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Classification 

2' 
2' 
2' 

TABLE I 
MAXIMUM DENSITY TESTS 

0 timum Moisture % 
12.5 
15.0 
11.5 

TABLE II 
EXPANSION TESTS 

Classification 

TABLE Ill 
A TTERBERG LIMITS 

t'roject Number 22417-21 

(lbs/cu.ft) 

Ex ansion Index 
25 
74 
15 

Sample Liquid Limit Plastic Limit Plasticity Index 
T-5@ 5' 
T-5 (@ 10 

2' 
2' 
2' 

% by weight 
ppm - mg/kg 

H 
6.9 
6.8 
6.9 

35 
25 

TABLE IV 
CORROSION TESTS 

Electrical Resistivi 
2, 190 
1,765 
2,570 

23 
19 

Sulfate % 
0.007 
0.002 
0.002 

NorCal Engineering 

12 
6 

Chloride m 
290 
239 
190 



R-VALUE TEST REPORT 
0 Cf-301 D ASTM -D2844 

PROJECT NAME: Norcal Phelan Development Company 22417-21 PROJECT NUMBER: L-210301 
~~~~~~~~~~~~~~~~~~~~~~ ~~~~~~~~ 

SAMPLE LOCATION: SEC of Seaton Ave and Cajalco Rd, Perris, CA SAMPLE NUMBER: T-1 
~~~~~~~~ 

SAMPLE DESCRIPTION : SANDY CLAY (CL), brown SAMPLE DEPTH: 2' 
~~~~~~~~ 

SAMPLED BY: Norcal JS 3/24/21 TESTED BY: ER 

TEST SPECIMEN 
MOISTURE AT COMPACTION % 

WEIGHT OF SAMPLE, grams 

HEIGHT OF SAMPLE, Inches 

DRY DENSITY, pcf 

COMPACTOR AIR PRESSURE, psi 

EXUDATION PRESSURE, psi 

EXPANSION, Inches x 10exp-4 

STABILITY Ph 2,000 lbs (160 psi ) 

TURNS DISPLACEMENT 

R-VALUE UNCORRECTED 

R-VALUE CORRECTED 

EXPANSION PRESSURE (psf) 

R-VALUE VS. EXUDATION PRESSURE 
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R-VALUE AT EQUILIBRIUM: I 7 

R-VALUE BY EXUDATION PRESSURE: 7 

R-VALUE BY EXPANSION PRESSURE: N.A. 
EXPANSION PRESSURE AT 300 PSI EXUDATION: 0 

TRAFFIC INDEX (Assumed): 5.5 
GRAVEL FACTOR (Assumed): 1.5 

UNIT MASS OF COVER MATERIAL, kg/m"3 (Assumed): 2100.0 
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DATE TESTED: 3/29/2021 
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Sample No B4@3' 

Sample Type: Undisturbed-Saturated 3000 

I Soil Description: Sandy Silt 
I 
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NorCal Engineering DIRECT SHEAR TEST 
SOILS AND GEOTECHNICAL CONSULT ANTS ASTM D3080 

Phelan Development Company Plate A 
PROJECTNUMBER: 22417-21 DATE: 4/12/2021 



Sample No T5@2' 

Sample Type: Undisturbed-Saturated 3000 

Soi 1 Description: Sandy Clay 
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Vertical Pressure Sample Height Consolidation Sample No. 82 Depth 8' Date 4/ 12/2021 
(kips/sq.ft.) (inches) (percent) 
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Vertical Pressure Sample Height Consolidation Sample No. TS Depth 5' Date 4112/2021 
(kips/sq.ft.) (inches) (percent) 
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Vertical Pressure Sample Height Consolidation Sample No. T5 Depth IO' Date 4/ 12/202 1 
(kips/sq.ft.) (inches) (percent) 
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ASCE. 
AMERICAN SOCIElY Of CIVIi. ENGINEERS 

Address: 
No Address at This 
Location 

hl1ps://asce7hazardtool .onl ine/ 

ASCE 7 Hazards Report 
Standard: ASCE/SEI 7-16 

Risk Category: 11 

Soil Class: D - Stiff Soil 

Page 1 of 3 

Elevation: 1558.42 ft (NAVD 88) 

Latitude: 33.835842 

Longitude: -117.26078 

~.,, 

,, ... , '1 \ 

........ ,, 

-.... , ' !'ti 
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-.=..· -..._ _..,_ 
•ir• I -......... 

'Hf BAOLA. , ')~ 

LAl\'EVI~~ uouudiN' 

. ' 

Wed Mar 31 2021 

.. 



ASCE. 
AMERICAN SOCIETY OF CML ENGINEERS 

Seismic 

Site Soil Class: 

Results: 

Ss : 

s, 
Fa : 

D - Stiff Soil 

1.5 

0.557 

1 

Fv : N/A 

SMs 1.5 

So1 N/A 

TL : 8 

PGA: 0.5 

PGAM: 0.55 

FPGA 1.1 

SM1 N/A le : 1 

Sos 1 Cv : 1.4 

Ground motion hazard analysis may be required. See ASCE/SEI 7-16 Section 11.4.8. 

Data Accessed: Wed Mar 31 2021 

Date Source: USGS Seismic Design Maps 

h!tps:f/asce7hazardtool.onllne/ Page 2 of 3 Wed Mar 31 2021 



ASCE. 
AMERICAN SOCIETY OF CIVIL ENGINEERS 

The ASCE 7 Hazard Tool is provided for your convenience, for informational purposes only, and is provided "as is" and without warranties of 
any kind. The location data included herein has been obtained from information developed, produced, and maintained by third party providers ; 
or has been extrapolated from maps incorporated in the ASCE 7 standard. While ASCE has made every effort to use data obtained from 
reliable sources or methodologies, ASCE does not make any representations or warranties as to the accuracy, completeness, reliability, 
currency, or quality of any data provided herein. Any third-party links provided by this Tool should not be construed as an endorsement, 
affiliation, relationship, or sponsorship of such third-party content by or from ASCE. 

ASCE does not intend, nor should anyone interpret, the results provided by this Tool to replace the sound judgment of a competent 
professional, having knowledge and experience in the appropriate field(s) of practice, nor to substitute for the standard of care required of such 
professionals in interpreting and applying the contents of this Tool or the ASCE 7 standard. 

In using this Tool , you expressly assume all risks associated with your use. Under no circumstances shall ASCE or its officers, directors, 
employees, members, affiliates, or agents be liable to you or any other person for any direct, indirect, special, incidental, or consequential 
damages arising from or related to your use of, or reliance on, the Tool or any information obtained therein . To the fullest extent permitted by 
law, you agree to release and hold harmless ASCE from any and all liability of any nature arising out of or resulting from any use of data 
provided by the ASCE 7 Hazard Tool. 

https:l/asce 7hazardlool .onllnel Page 3 of 3 Wed Mar 31 2021 
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Soil Infiltration Data 
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SC>ll .S AND GECYTECI-iNlCAL CC>NSUI..::rANTS 

Project: Phelan Development Company 
Project No.: 22417-21 
Date: 3/24/2021 
Test No. 1 
Depth: S' 
Tested By: J.O. 

TIME CHANGE CUMULATIVE INNER INNER INNER OUTER OUTER OUTER INNER OUTER INNER 
(hr/min) TIME TIME RING RING RING RING RING RING RING RING RING 

(min) (min) READING CHANGE FLOW READING CHANGE FLOW INF INF INF 
(cm) (cc) (cm) (cc) RATE RATE RATE 

(cm/hr) (cm/hr) (ft/hr) 

7:33 128.6 39.4 
7:38 s s 133.9 S.3 4S.O S.6 
7:38 128.1 42.2 
7:43 s 10 133.4 S.3 48.2 6.0 
7:43 128.6 42.9 
7:48 s lS 133.2 4.6 47.7 4.8 
7:48 127.1 43.1 
7:S3 s 20 131.9 4.8 47.3 4.2 
7:S3 128.4 41.S 
7:S8 s 2S 132.3 3.9 47.9 6.4 
7:S8 127.7 39.7 
8:03 s 30 131.7 4.0 44.6 4.9 
8:03 128.3 40.2 
8:08 s 3S 132.1 3.8 4S.O 4.8 4S.6 S7.6 
8:08 128.8 39.6 
8:13 s 40 132.6 3.8 44.4 4.8 4S.6 S7.6 
8:13 128.4 39.4 
8:18 s 4S 132.1 3.7 43.7 4.3 44.4 Sl.6 
8:18 126.8 39.3 
8:23 s so 131.1 4.3 43.4 4.1 Sl.6 49.2 
8:23 131.8 43.4 
8:28 s SS 13S.7 3.9 47.7 4.3 46.8 Sl.6 
8:28 128.8 39.S 
8:33 s 60 132.8 4.0 43.7 4.2 48.0 S0.4 

Average= 47.0 / S3.0 cm/hr 



SOILS A.ND GEC>T'EC.~I-INlCAL CONSUL:f'ANTS 

Project: Phelan Development Company 
Project No.: 22417-21 
Date: 3/24/2021 
Test No. 2 
Depth: 10' 
Tested By: J.C. 

TIME CHANGE CUMULATIVE INNER INNER INNER OUTER OUTER OUTER INNER OUTER INNER 
(hr/min) TIME TIME RING RING RING RING RING RING RING RING RING 

(min) (min) READING CHANGE FLOW READING CHANGE FLOW INF INF INF 
(cm) (cc) (cm) (cc) RATE RATE RATE 

(cm/hr) (cm/hr) (ft/hr) 

9:38 128.5 39.5 
9:48 10 10 129.0 0.5 40.0 0.5 
9:48 129.0 40.0 
9:58 10 20 129.0 0.0 40.0 0.0 
9:58 129.0 40.0 

10:08 10 30 129.0 0.0 40.0 0.0 
10:08 129.0 40.0 
10:18 10 40 129.0 0.0 40.0 0.0 
10:18 129.0 40.0 
10:28 10 so 129.0 0.5 40.0 0.0 
10:28 129.5 40.0 
10:38 10 60 129.5 0.0 40.0 0.0 
10:38 129.5 40.0 
10:48 10 70 129.5 0.0 40.0 0.0 0.0 0.0 
10:48 129.5 40.0 
10:58 10 80 129.5 0.0 40.0 0.0 0.0 0.0 
10:58 129.5 40.0 
11:08 10 90 129.5 0.5 40.3 0.3 3.0 1.8 
11:08 130.0 40.3 
11:18 10 100 130.0 0.0 40.5 0.2 0.0 1.2 
11:18 130.0 40.5 
11:28 10 110 130.0 0.0 40.5 0.0 0.0 0.0 
11:28 130.0 40.5 
11:38 10 120 130.0 0.0 40.5 0.0 0.0 0.0 

Average = 0.5 / 0.5 cm/hr 



SOlLS AND GEC:>TEC-:I-INlCAL CONSLIL:£'ANTS 

Project: Phelan Development Company 
Project No.: 22417-21 
Date: 3/24/2021 
Test No. 3 
Depth: 6' 
Tested By: J.O . 

TIME CHANGE CUMULATIVE INNER INNER INNER OUTER OUTER OUTER INNER OUTER INNER 
(hr/min) TIME TIME RING RING RING RING RING RING RING RING RING 

(min) (min) READING CHANGE FLOW READING CHANGE FLOW INF INF INF 
(cm) (cc) (cm) (cc) RATE RATE RATE 

(cm/hr) {cm/hr) {ft/hr) 

9:58 100.2 38.1 
10:03 5 5 109.7 9.5 47.8 9.7 
10:03 98.6 37.6 
10:08 5 10 107.9 9.3 45.2 7.6 
10:08 100.1 38.2 
10:13 5 15 106.6 6.5 43.8 5.6 
10:13 100.4 38.8 
10:18 5 20 106.5 6.1 43.4 4.6 
10:18 99.4 39.6 
10:23 5 25 105.6 6.2 44.9 5.3 
10:23 97.6 37.9 
10:28 5 30 103.3 5.7 42.3 4.4 
10:28 98.5 37.6 
10:33 5 35 103.6 5.1 41.6 4.6 61.2 55.2 
10:33 98.1 37.0 
10:38 5 40 102.7 4.6 41.5 4.5 55.2 54.0 
10:38 97.1 37.0 
10:43 5 45 101.3 4.2 41.1 4.1 50.4 49.2 
10:43 98.5 37.0 
10:48 5 50 102.8 4.3 41.3 4.3 51.6 51.6 
10:48 92.0 37.0 
10:53 5 55 101.4 3.4 40.3 3.9 40.8 46.8 
10:53 97.5 36.2 
10:58 5 60 101.1 3.6 40.0 3.8 43.2 45.6 

Average = 50.4 / 50.4 cm/hr 



SOILS AND GECYTEC:I--INlCAL CONSLILT'ANTS 

Project: Phelan Development Company 
Project No.: 22417-21 
Date: 3/24/2021 
Test No. 4 
Depth: 5' 
Tested By: J.C. 

TIME CHANGE CUMULATIVE INNER INNER INNER OUTER OUTER OUTER INNER OUTER INNER 
(hr/min) TIME TIME RING RING RING RING RING RING RING RING RING 

(min) (min) READING CHANGE FLOW READING CHANGE FLOW INF INF INF 
(cm) (cc) (cm) (cc) RATE RATE RATE 

(cm/hr) (cm/hr) (ft/hr) 

12:36 130.0 40.1 
12:41 5 5 134.0 4.0 45.0 4.9 
12:41 134.0 45.0 
12:46 5 10 136.5 2.5 47.0 2.0 
12:46 133.0 45.0 
12:51 5 15 134.0 1.0 45.5 0.5 
12:51 134.0 45.5 
12:56 5 20 136.0 2.0 47.4 2.9 
12:56 130.2 45.0 
1:01 5 25 131.9 1.7 47.1 2.1 
1:01 129.8 42.0 
1:06 5 30 132.5 2.7 44.5 2.5 
1:06 132.5 44.5 
1:11 5 35 134.5 2.0 46.5 2.0 24.0 24.0 
1:11 134.5 46.5 
1:16 5 40 135.5 1.0 47.5 1.0 12.0 12.0 
1:16 135.5 47.5 
1:21 5 45 137.0 1.5 48.5 1.0 18.0 12.0 
1:21 133.0 44.5 
1:26 5 50 134.5 1.5 45.5 1.0 18.0 12.0 
1:26 134.5 45.5 
1:31 5 55 136.0 1.5 47.5 2.0 18.0 24.0 
1:31 136.0 47.5 
1:36 5 60 138.0 2.0 48.5 1.0 24.0 12.0 

Average = 19.0 / 16.0 cm/hr 


