




















































































































































http://quake.ca.gov/gmaps/rgm/oceanside/oceanside.html
http://quake.ca.gov/gmaps/rgm/oceanside/oceanside.html
https://seismicmaps.org/
https://earthquake.usgs.gov/hazards/interactive/






































































































































































































































































































































































the top of the conduit and densified by jetting. Backfill shall be placed and densified to a
minimum of 90 percent of maximum from 1 foot above the top of the conduit to the surface.

7.3 The jetting of the bedding around the conduits shall be observed by the Geotechnical
Consultant.

7.4 The Geotechnical Consultant shall test the trench backfill for relative compaction. At least one
test should be made for every 300 feet of trench and 2 feet of fill.

7.5 Lift thickness of trench backfill shall not exceed those allowed in the Standard Specifications
of Public Works Construction unless the Contractor can demonstrate to the Geotechnical
Consultant that the fill lift can be compacted to the minimum relative compaction by his
alternative equipment and method.
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