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The findings and recommendations presented are based upon observations of present, readily 
accessible conditions, and may not necessarily indicate future or hidden conditions.  Citadel EHS 
implies no warranty to the accuracy of information provided them by outside agents and 
transmitted herein.  The information contained herein may not be used, disclosed, or copied 
without written permission of the Client. 
 
 
 
SIGNATURES 
 
If after your review of this report, you have any questions or require additional information, please 
do not hesitate to telephone our office at (818) 246-2707. 
 
Sincerely, 
CITADEL EHS 
 
 
 
 
___________________________________________  __________________________________________ 
Josh LaPrease, CAC, CDPH    Jack Samuels, CAC, CDPH 
Senior Project Manager, Building Sciences   Associate Principal, Building Sciences 
 
Attachments:  
Citadel Project Team Certifications – Appendix A  
Bulk Sample Locations – Appendix B 
Laboratory Report and Chain of Custody – Appendix C 
Lead XRF Results – Appendix D 
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CHAIN OF CUSTODY 
CITADEL LOCATION: 

[KJGLENDALE D 
Contact Joshua LaPrease 

email Jlaprease@atadelehs com 

1725 Victory 81"1 

Glendale CA 91201 

Phone (818) 2M3-2707 

PROJECT NUMBER: 3002.1611.Q 

PROJECT AND SAMPLE INFORMATION 

PROJECT NAME: 901 Levering Bldg Study 7.> /.' I ,.., 
901 Levenn Avenue Los An eies. CA 90024 6 fJ.J L.. 

NUMBEROF SAMPLES: .2::: 

TYPE OF SAMPLES (CIRCLE ONE): AIR TAPE 

•1e_u_U< ____ !s0L 

TYPE OF ANALYSIS: 

Asbestos Lead 

Phase Contrast croscopy 

X IPUl I 
-----

_____ 1st Poslti..e Stop 

Po.ntCount __ 400 Point Count 1000 Point Count -----
----- TrattsmtSSfOn 8ectron >Ji1CIOSCOpy 

_____ Ou_.,,., Ouant1,~ - - - -
Kusn- ~ame uay 

SAMPLE NUMBERS: 

WATER WP E 

ZEFON 
AR-0-CEU PLATE 

Flame AlOfTHC AbSo,phon 

m.c 

TURNAROUND TIME (CIRCLE ONE): TAT t2 HOURS 2, HOURS 4SHOURS 

On<ER 3 DAYS .!•_0_11._vs __ __,!s.10 011.vs 

REPORT RESULTS VIA (CIRCLE ALL THAT APPLY): PHOt<E 

NOTES/COMMENTS: JS METHOO 

TRANSMITTAL RECORD: 

Pnnt Name 

Cate Time 

EHS 

D 

(}/_ So 

OTHER 

sn.c 

1 WEEK 

6-hou, 

WRITTEN 
REPORT 

?nm Name 

TCLP 

PDF 

Note: If relinquisin samples to a lab dro box or a ship er (Fedex, etc) ou must fill out the Recived b 

LABORATORY INFORMATION: """E 

DISPOSITION OF SAMPLES: 
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CLIENT: UCLA Caoltal Proorams I 

PROJECT ID: 901 Levertno Bulldlno Studv &. I .l"' 2 INSPECTOR(Sl: \ _,./fr-A~ OF 

SITE ADDRESS: 901 Leverina Avenue Los Anneles CA 9t024 CSST/CAC NO: J -z.i~,n- V ) CITADEL EHS . ~--1 ......... 11' " 

HA TYPE MATERIAL DESCRIPTION BULK SAMPLE LOCATION QUANTITY 
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PROJECT NO.: 3002.1611.0 DATE: I ,, I , 0 .l 1. lc.i PAGE 

CLIENT: UCLA Caoltal Proaram1 
,, 

PROJECT ID: 901 Leverina Bulldlna Studv ({ I 1. £... INSPECTOR(SI: \,,.- {J.rwo OF 

SITE ADDRESS: 901 Levering Avenue Los Annele; CA H o24 
- II?,'\ .,>.3d ~~ CSST/CAC NO: CITADEL EHS 

HA TYPE MATERIAL DESCRIPTION BULK SAMPLE LOCATION QUANTITY 

SAMPLE NO. ,RIAll..lTY 
MATlRllL DAMAGE 

COLOR/TEXTUREJPATTERN MATERIAL TYPE UNIT LEVEL AREA/LOCATION NO. UNITS CON0rTION TYPE 
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PROJECT NO.: 3002.1611.0 DATE:! ' I -i_ r;I ~ h lvi PAGE 

CLIENT: UCLA Capital Proarams "'f 
PROJECT ID: 901 Leverina Bulldlna Studu INSPECTORISI: \,f\t. .t7 ·--- ;) OF 

SITE ADDRESS: 901 Leverina Avenue Las Anaeles CA 90024 
- J 2-s -,rso Iii, CITADEL EHS CSST/CAC NO: 

HA TYPE MATERIAL DESCRIPTION BULK SAMPLE LOCATION QUANTITY 

SAMPLE NO. FAIABL ITY 
MATE.RIAL DAMAGE 

COLOR/TEXTURE/PATTERN MATERIAL TYPE UNIT LEVEL AREA/LOCATION NO. UNITS COHOfTION TYPE 
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LA Testing
520 Mission Street South Pasadena, CA  91030

Tel/Fax: (323) 254-9960 / (323) 254-9982

http://www.LATesting.com / pasadenalab@latesting.com

322425747LA Testing Order:

Customer ID: 32CITA50

Customer PO: 3002.1611.0

Project ID: JS

Attention: Phone:Josh Laprease (818) 246-2707

Fax:Citadel EHS

Received Date:1725 Victory Boulevard 12/09/2024  8:00 AM

Analysis Date:Glendale, CA  91201 12/11/2024

Collected Date: 12/08/2024

Project: 3002.1611.0/ 901 Levering Bldg. Study Bldg 3 901 Levering Avenue Los Angeles, CA 90024 (JS)

Test Report: Asbestos Analysis of Bulk Materials via AHERA Method 40CFR 763 Subpart E 

Appendix E supplemented with EPA 600/R-93/116 using Polarized Light Microscopy

Sample Description Appearance % Fibrous % Non-Fibrous

Non-Asbestos Asbestos

% Type

RSM1 01-Shingle 1

322425747-0001

None DetectedNon-fibrous (Other)90%Glass10%Black/Green

Fibrous

Heterogeneous

Bldg 3, Roof, Roof - 

east - Black roof 

shingle core

RSM1 01-Shingle 2

322425747-0001A

None DetectedNon-fibrous (Other)90%Glass10%Tan/Black/Green

Fibrous

Heterogeneous

Bldg 3, Roof, Roof - 

east - Black roof 

shingle core

RSM1 01-Shingle 3

322425747-0001B

None DetectedNon-fibrous (Other)90%Cellulose10%Black/Green

Fibrous

Heterogeneous

Bldg 3, Roof, Roof - 

east - Black roof 

shingle core

RSM1 01-Shingle 4

322425747-0001C

None DetectedNon-fibrous (Other)90%Cellulose10%Tan/Black/Green

Fibrous

Heterogeneous

Bldg 3, Roof, Roof - 

east - Black roof 

shingle core

RSM1 01-Felt

322425747-0001D

None DetectedNon-fibrous (Other)75%Cellulose25%Black

Fibrous

Homogeneous

Bldg 3, Roof, Roof - 

east - Black roof 

shingle core

RSM1 02-Shingle 1

322425747-0002

None DetectedNon-fibrous (Other)90%Glass10%Black/Green

Fibrous

Heterogeneous

Bldg 3, Roof, Roof - 

center - Black roof 

shingle core

RSM1 02-Shingle 2

322425747-0002A

None DetectedNon-fibrous (Other)90%Glass10%Tan/Black/Green

Fibrous

Heterogeneous

Bldg 3, Roof, Roof - 

center - Black roof 

shingle core

RSM1 02-Shingle 3

322425747-0002B

None DetectedNon-fibrous (Other)90%Cellulose10%Black/Green

Fibrous

Heterogeneous

Bldg 3, Roof, Roof - 

center - Black roof 

shingle core

RSM1 02-Shingle 4

322425747-0002C

None DetectedNon-fibrous (Other)90%Cellulose10%Tan/Black/Green

Fibrous

Heterogeneous

Bldg 3, Roof, Roof - 

center - Black roof 

shingle core

RSM1 02-Felt

322425747-0002D

None DetectedNon-fibrous (Other)75%Cellulose25%Black

Fibrous

Homogeneous

Bldg 3, Roof, Roof - 

center - Black roof 

shingle core

RSM1 03-Shingle 1

322425747-0003

None DetectedNon-fibrous (Other)90%Glass10%Black

Fibrous

Heterogeneous

Bldg 3, Roof, Roof - 

west - Black roof 

shingle core

RSM1 03-Shingle 2

322425747-0003A

None DetectedNon-fibrous (Other)90%Cellulose10%Gray/Black/Green

Fibrous

Heterogeneous

Bldg 3, Roof, Roof - 

west - Black roof 

shingle core

RSM1 03-Shingle 3

322425747-0003B

None DetectedNon-fibrous (Other)90%Glass10%Black/Green

Fibrous

Heterogeneous

Bldg 3, Roof, Roof - 

west - Black roof 

shingle core

RSM1 03-Shingle 4

322425747-0003C

None DetectedNon-fibrous (Other)90%Cellulose10%Black/Green

Fibrous

Heterogeneous

Bldg 3, Roof, Roof - 

west - Black roof 

shingle core

RSM1 03-Felt

322425747-0003D

None DetectedNon-fibrous (Other)80%Cellulose20%Black

Fibrous

Homogeneous

Bldg 3, Roof, Roof - 

west - Black roof 

shingle core

RPM1 04

322425747-0004

8% ChrysotileNon-fibrous (Other)82%Cellulose10%Gray/Black

Non-Fibrous

Homogeneous

Bldg 3, Roof, Roof - 

center - Gray/black 

roof penetration 

mastic

Initial report from: 12/11/2024 17:51:43
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LA Testing
520 Mission Street South Pasadena, CA  91030

Tel/Fax: (323) 254-9960 / (323) 254-9982

http://www.LATesting.com / pasadenalab@latesting.com

322425747LA Testing Order:

Customer ID: 32CITA50

Customer PO: 3002.1611.0

Project ID: JS

Test Report: Asbestos Analysis of Bulk Materials via AHERA Method 40CFR 763 Subpart E 

Appendix E supplemented with EPA 600/R-93/116 using Polarized Light Microscopy

Sample Description Appearance % Fibrous % Non-Fibrous

Non-Asbestos Asbestos

% Type

RPM1 05

322425747-0005

8% ChrysotileNon-fibrous (Other)82%Cellulose10%Gray/Black

Non-Fibrous

Homogeneous

Bldg 3, Roof, Roof - 

center - Gray/black 

roof penetration 

mastic

RPM1 06

322425747-0006

10% ChrysotileNon-fibrous (Other)80%Cellulose10%Gray/Black

Non-Fibrous

Homogeneous

Bldg 3, Roof, Roof - 

center - Gray/black 

roof penetration 

mastic

TF1 07

322425747-0007

15%

3%

Chrysotile

Crocidolite

Non-fibrous (Other)82%Gray

Fibrous

Homogeneous

Bldg 3, Roof, Roof - 

center - Gray transite 

glue

TF1 08

322425747-0008

15%

3%

Chrysotile

Crocidolite

Non-fibrous (Other)82%Gray

Fibrous

Homogeneous

Bldg 3, Roof, Roof - 

center - Gray transite 

glue

TF1 09

322425747-0009

15%

3%

Chrysotile

Crocidolite

Non-fibrous (Other)82%Gray

Fibrous

Homogeneous

Bldg 3, Roof, Roof - 

center - Gray transite 

glue

MISC1 10-Brick

322425747-0010

None DetectedNon-fibrous (Other)100%Gray

Non-Fibrous

Homogeneous

Bldg 3, Ext, Exterior - 

southeast - Blue/gray 

brick & mortar

No mortar present for analysis.

MISC1 11-Brick

322425747-0011

None DetectedNon-fibrous (Other)100%Gray

Non-Fibrous

Homogeneous

Bldg 3, Ext, Exterior - 

southwest - Blue/gray 

brick & mortar

No mortar present for analysis.

MISC1 12-Brick

322425747-0012

None DetectedNon-fibrous (Other)100%Tan

Non-Fibrous

Homogeneous

Bldg 3, Ext, Exterior - 

north - Blue/gray brick 

& mortar

No Mortar present for analysis

MISC2 13

322425747-0013

None DetectedNon-fibrous (Other)100%Gray

Non-Fibrous

Homogeneous

Bldg 3, Ext, Exterior - 

southeast - Blue/gray 

concrete deck

MISC2 14

322425747-0014

None DetectedNon-fibrous (Other)100%Gray

Non-Fibrous

Homogeneous

Bldg 3, Ext, Exterior - 

southeast - Blue/gray 

concrete deck

MISC2 15

322425747-0015

None DetectedNon-fibrous (Other)100%Gray

Non-Fibrous

Homogeneous

Bldg 3, Ext, Exterior - 

southwest - Blue/gray 

concrete deck

WP1 16-Window Putty 

1

322425747-0016

None DetectedNon-fibrous (Other)100%Gray

Non-Fibrous

Homogeneous

Bldg 3, Ext, Exterior - 

north - White/ gray 

window putty

WP1 16-Window Putty 

2

322425747-0016A

None DetectedNon-fibrous (Other)100%White

Non-Fibrous

Homogeneous

Bldg 3, Ext, Exterior - 

north - White/ gray 

window putty

WP1 17-Window Putty 

1

322425747-0017

None DetectedNon-fibrous (Other)100%Gray

Non-Fibrous

Homogeneous

Bldg 3, Ext, Exterior - 

west - White/ gray 

window putty

WP1 17-Window Putty 

2

322425747-0017A

None DetectedNon-fibrous (Other)100%White

Non-Fibrous

Homogeneous

Bldg 3, Ext, Exterior - 

west - White/ gray 

window putty

WP1 18-Window Putty  

1

322425747-0018

None DetectedNon-fibrous (Other)100%Gray

Non-Fibrous

Homogeneous

Bldg 3, Ext, Exterior - 

south - White/ gray 

window putty

Initial report from: 12/11/2024 17:51:43
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LA Testing
520 Mission Street South Pasadena, CA  91030

Tel/Fax: (323) 254-9960 / (323) 254-9982

http://www.LATesting.com / pasadenalab@latesting.com

322425747LA Testing Order:

Customer ID: 32CITA50

Customer PO: 3002.1611.0

Project ID: JS

Test Report: Asbestos Analysis of Bulk Materials via AHERA Method 40CFR 763 Subpart E 

Appendix E supplemented with EPA 600/R-93/116 using Polarized Light Microscopy

Sample Description Appearance % Fibrous % Non-Fibrous

Non-Asbestos Asbestos

% Type

WP1 18-Window Putty  

2

322425747-0018A

None DetectedNon-fibrous (Other)100%White

Non-Fibrous

Homogeneous

Bldg 3, Ext, Exterior - 

south - White/ gray 

window putty

WPF1 19-Finish Coat

322425747-0019

None DetectedNon-fibrous (Other)100%White

Non-Fibrous

Homogeneous

Bldg 3, Level 1, Unit 1 

- entry - White/ gray 

wall plaster unfinish 

coat

WPF1 19-Base Coat

322425747-0019A

None DetectedNon-fibrous (Other)100%Gray

Non-Fibrous

Homogeneous

Bldg 3, Level 1, Unit 1 

- entry - White/ gray 

wall plaster unfinish 

coat

WPF1 20-Finish Coat

322425747-0020

None DetectedNon-fibrous (Other)100%White

Non-Fibrous

Homogeneous

Bldg 3, Level 1, Unit 1 

- stairs - White/ gray 

wall plaster unfinish 

coat

WPF1 20-Base Coat

322425747-0020A

None DetectedNon-fibrous (Other)100%Gray

Non-Fibrous

Homogeneous

Bldg 3, Level 1, Unit 1 

- stairs - White/ gray 

wall plaster unfinish 

coat

WPF1 21-Texture

322425747-0021

None DetectedNon-fibrous (Other)100%White

Non-Fibrous

Homogeneous

Bldg 3, Level 2, Unit 1 

- room 1 - White/ gray 

wall plaster unfinish 

coat

WPF1 21-Finish Coat

322425747-0021A

None DetectedNon-fibrous (Other)100%White

Non-Fibrous

Homogeneous

Bldg 3, Level 2, Unit 1 

- room 1 - White/ gray 

wall plaster unfinish 

coat

WPF1 21-Base Coat

322425747-0021B

None DetectedNon-fibrous (Other)100%Gray

Non-Fibrous

Homogeneous

Bldg 3, Level 2, Unit 1 

- room 1 - White/ gray 

wall plaster unfinish 

coat

WPF1 22-Texture

322425747-0022

None DetectedNon-fibrous (Other)100%White

Non-Fibrous

Homogeneous

Bldg 3, Level 2, Unit 1 

- restroom 2 - White/ 

gray wall plaster 

unfinish coat

WPF1 22-Finish Coat

322425747-0022A

None DetectedNon-fibrous (Other)100%White

Non-Fibrous

Homogeneous

Bldg 3, Level 2, Unit 1 

- restroom 2 - White/ 

gray wall plaster 

unfinish coat

WPF1 22-Base Coat

322425747-0022B

None DetectedNon-fibrous (Other)100%Gray

Non-Fibrous

Homogeneous

Bldg 3, Level 2, Unit 1 

- restroom 2 - White/ 

gray wall plaster 

unfinish coat

WPF1 23-Finish Coat

322425747-0023

None DetectedNon-fibrous (Other)100%White

Non-Fibrous

Homogeneous

Bldg 3, Level 2, Unit 2 

- room 1 - White/ gray 

wall plaster unfinish 

coat

WPF1 23-Base Coat

322425747-0023A

None DetectedNon-fibrous (Other)100%Gray

Non-Fibrous

Homogeneous

Bldg 3, Level 2, Unit 2 

- room 1 - White/ gray 

wall plaster unfinish 

coat

WPF1 24-Finish Coat

322425747-0024

None DetectedNon-fibrous (Other)100%White

Non-Fibrous

Homogeneous

Bldg 3, Level 1, Unit 2 

- restroom 1 - White/ 

gray wall plaster 

unfinish coat
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LA Testing
520 Mission Street South Pasadena, CA  91030

Tel/Fax: (323) 254-9960 / (323) 254-9982

http://www.LATesting.com / pasadenalab@latesting.com

322425747LA Testing Order:

Customer ID: 32CITA50

Customer PO: 3002.1611.0

Project ID: JS

Test Report: Asbestos Analysis of Bulk Materials via AHERA Method 40CFR 763 Subpart E 

Appendix E supplemented with EPA 600/R-93/116 using Polarized Light Microscopy

Sample Description Appearance % Fibrous % Non-Fibrous

Non-Asbestos Asbestos

% Type

WPF1 24-Base Coat

322425747-0024A

None DetectedNon-fibrous (Other)100%Gray

Non-Fibrous

Homogeneous

Bldg 3, Level 1, Unit 2 

- restroom 1 - White/ 

gray wall plaster 

unfinish coat

WPF1 25-Finish Coat

322425747-0025

None DetectedNon-fibrous (Other)100%White

Non-Fibrous

Homogeneous

Bldg 3, Level 1, Unit 2 

- kitchen - White/ gray 

wall plaster unfinish 

coat

WPF1 25-Base Coat

322425747-0025A

None DetectedNon-fibrous (Other)100%Gray

Non-Fibrous

Homogeneous

Bldg 3, Level 1, Unit 2 

- kitchen - White/ gray 

wall plaster unfinish 

coat

MISC3 26-Ceramic Tile

322425747-0026

None DetectedNon-fibrous (Other)100%Gray

Non-Fibrous

Homogeneous

Bldg 3, Level 2, Unit 2 

- restroom 2 - White/ 

gray ceramic tile grout 

& mortar

MISC3 26-Mortar

322425747-0026A

None DetectedNon-fibrous (Other)100%Gray/White

Non-Fibrous

Homogeneous

Bldg 3, Level 2, Unit 2 

- restroom 2 - White/ 

gray ceramic tile grout 

& mortar

MISC3 26-Grout 1

322425747-0026B

None DetectedNon-fibrous (Other)100%Gray

Non-Fibrous

Homogeneous

Bldg 3, Level 2, Unit 2 

- restroom 2 - White/ 

gray ceramic tile grout 

& mortar

MISC3 26-Grout 2

322425747-0026C

None DetectedNon-fibrous (Other)100%White

Non-Fibrous

Homogeneous

Bldg 3, Level 2, Unit 2 

- restroom 2 - White/ 

gray ceramic tile grout 

& mortar

MISC3 27-Ceramic Tile

322425747-0027

None DetectedNon-fibrous (Other)100%Gray

Non-Fibrous

Homogeneous

Bldg 3, Level 2, Unit 1 

- restroom 2 - White/ 

gray ceramic tile grout 

& mortar

MISC3 27-Mortar

322425747-0027A

None DetectedNon-fibrous (Other)100%Gray/White

Non-Fibrous

Homogeneous

Bldg 3, Level 2, Unit 1 

- restroom 2 - White/ 

gray ceramic tile grout 

& mortar

MISC3 27-Grout 1

322425747-0027B

None DetectedNon-fibrous (Other)100%Gray

Non-Fibrous

Homogeneous

Bldg 3, Level 2, Unit 1 

- restroom 2 - White/ 

gray ceramic tile grout 

& mortar

MISC3 27-Grout 2

322425747-0027C

None DetectedNon-fibrous (Other)100%Gray

Non-Fibrous

Homogeneous

Bldg 3, Level 2, Unit 1 

- restroom 2 - White/ 

gray ceramic tile grout 

& mortar

MISC3 28-Ceramic Tile

322425747-0028

None DetectedNon-fibrous (Other)100%White

Non-Fibrous

Homogeneous

Bldg 3, Level 1, Unit 1 

- kitchen - White/ gray 

ceramic tile grout & 

mortar

MISC3 28-Mortar

322425747-0028A

None DetectedNon-fibrous (Other)100%Gray

Non-Fibrous

Homogeneous

Bldg 3, Level 1, Unit 1 

- kitchen - White/ gray 

ceramic tile grout & 

mortar

MISC3 28-Grout 1

322425747-0028B

None DetectedNon-fibrous (Other)100%Gray

Non-Fibrous

Homogeneous

Bldg 3, Level 1, Unit 1 

- kitchen - White/ gray 

ceramic tile grout & 

mortar
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LA Testing
520 Mission Street South Pasadena, CA  91030

Tel/Fax: (323) 254-9960 / (323) 254-9982

http://www.LATesting.com / pasadenalab@latesting.com

322425747LA Testing Order:

Customer ID: 32CITA50

Customer PO: 3002.1611.0

Project ID: JS

Test Report: Asbestos Analysis of Bulk Materials via AHERA Method 40CFR 763 Subpart E 

Appendix E supplemented with EPA 600/R-93/116 using Polarized Light Microscopy

Sample Description Appearance % Fibrous % Non-Fibrous

Non-Asbestos Asbestos

% Type

MISC3 28-Grout 2

322425747-0028C

None DetectedNon-fibrous (Other)100%White

Non-Fibrous

Homogeneous

Bldg 3, Level 1, Unit 1 

- kitchen - White/ gray 

ceramic tile grout & 

mortar

MM1 29

322425747-0029

None DetectedNon-fibrous (Other)100%Yellow

Non-Fibrous

Homogeneous

Unit 1 - room 1 - 

Yellow mirror mastic

MM1 30

322425747-0030

None DetectedNon-fibrous (Other)100%Yellow

Non-Fibrous

Homogeneous

Unit 1 - room 1 - 

Yellow mirror mastic

MM1 31

322425747-0031

None DetectedNon-fibrous (Other)100%Yellow

Non-Fibrous

Homogeneous

Unit 1 - RR1 foyer - 

Yellow mirror mastic

VSF1 32-VSF 1

322425747-0032

None DetectedNon-fibrous (Other)77%Cellulose

Glass

20%

3%

Gray/Beige

Fibrous

Heterogeneous

Unit 1 - restroom 2 - 

Beige/brown 9x9 

design vinyl sheet 

flooring w black felt 

(multilayered)

VSF1 32-Mastic 1

322425747-0032A

None DetectedNon-fibrous (Other)100%Beige

Non-Fibrous

Homogeneous

Unit 1 - restroom 2 - 

Beige/brown 9x9 

design vinyl sheet 

flooring w black felt 

(multilayered)

VSF1 32-VSF 2

322425747-0032B

None DetectedNon-fibrous (Other)76%Cellulose

Glass

20%

4%

Beige

Fibrous

Heterogeneous

Unit 1 - restroom 2 - 

Beige/brown 9x9 

design vinyl sheet 

flooring w black felt 

(multilayered)

VSF1 32-Mastic 2

322425747-0032C

None DetectedNon-fibrous (Other)100%Beige

Non-Fibrous

Homogeneous

Unit 1 - restroom 2 - 

Beige/brown 9x9 

design vinyl sheet 

flooring w black felt 

(multilayered)

VSF1 32-VSF 3

322425747-0032D

None DetectedNon-fibrous (Other)76%Cellulose

Glass

20%

4%

Beige

Fibrous

Heterogeneous

Unit 1 - restroom 2 - 

Beige/brown 9x9 

design vinyl sheet 

flooring w black felt 

(multilayered)

VSF1 32-Mastic 3

322425747-0032E

None DetectedNon-fibrous (Other)100%Beige

Non-Fibrous

Homogeneous

Unit 1 - restroom 2 - 

Beige/brown 9x9 

design vinyl sheet 

flooring w black felt 

(multilayered)

VSF1 32-VSF 4

322425747-0032F

None DetectedNon-fibrous (Other)78%Cellulose

Glass

20%

2%

Gray/White

Fibrous

Heterogeneous

Unit 1 - restroom 2 - 

Beige/brown 9x9 

design vinyl sheet 

flooring w black felt 

(multilayered)

VSF1 32-Mastic 4

322425747-0032G

None DetectedNon-fibrous (Other)100%Yellow

Non-Fibrous

Homogeneous

Unit 1 - restroom 2 - 

Beige/brown 9x9 

design vinyl sheet 

flooring w black felt 

(multilayered)

VSF1 32-VFT 5

322425747-0032H

None DetectedNon-fibrous (Other)100%Brown

Non-Fibrous

Homogeneous

Unit 1 - restroom 2 - 

Beige/brown 9x9 

design vinyl sheet 

flooring w black felt 

(multilayered)
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LA Testing
520 Mission Street South Pasadena, CA  91030

Tel/Fax: (323) 254-9960 / (323) 254-9982

http://www.LATesting.com / pasadenalab@latesting.com

322425747LA Testing Order:

Customer ID: 32CITA50

Customer PO: 3002.1611.0

Project ID: JS

Test Report: Asbestos Analysis of Bulk Materials via AHERA Method 40CFR 763 Subpart E 

Appendix E supplemented with EPA 600/R-93/116 using Polarized Light Microscopy

Sample Description Appearance % Fibrous % Non-Fibrous

Non-Asbestos Asbestos

% Type

VSF1 32-Mastic 5

322425747-0032I

None DetectedNon-fibrous (Other)100%Yellow/Clear

Non-Fibrous

Homogeneous

Unit 1 - restroom 2 - 

Beige/brown 9x9 

design vinyl sheet 

flooring w black felt 

(multilayered)

VSF1 32-VFT 6

322425747-0032J

None DetectedNon-fibrous (Other)100%Brown/Tan

Non-Fibrous

Homogeneous

Unit 1 - restroom 2 - 

Beige/brown 9x9 

design vinyl sheet 

flooring w black felt 

(multilayered)

VSF1 32-Mastic  6

322425747-0032K

None DetectedNon-fibrous (Other)100%Black

Non-Fibrous

Homogeneous

Unit 1 - restroom 2 - 

Beige/brown 9x9 

design vinyl sheet 

flooring w black felt 

(multilayered)

VSF1 32-VFT 7

322425747-0032L

None DetectedNon-fibrous (Other)95%Cellulose5%Green

Non-Fibrous

Homogeneous

Unit 1 - restroom 2 - 

Beige/brown 9x9 

design vinyl sheet 

flooring w black felt 

(multilayered)

VSF1 32-VSF 8

322425747-0032M

None DetectedNon-fibrous (Other)75%Cellulose25%Red/Black

Fibrous

Heterogeneous

Unit 1 - restroom 2 - 

Beige/brown 9x9 

design vinyl sheet 

flooring w black felt 

(multilayered)

VSF1 32-Mastic 7

322425747-0032N

None DetectedNon-fibrous (Other)100%Gray/Beige

Non-Fibrous

Homogeneous

Unit 1 - restroom 2 - 

Beige/brown 9x9 

design vinyl sheet 

flooring w black felt 

(multilayered)

VSF1 33-VSF 1

322425747-0033

None DetectedNon-fibrous (Other)77%Cellulose

Glass

20%

3%

Gray/Beige

Fibrous

Heterogeneous

Unit 1 - restroom 2 - 

Beige/brown 9x9 

design vinyl sheet 

flooring w black felt 

(multilayered)

VSF1 33-Mastic 1

322425747-0033A

None DetectedNon-fibrous (Other)100%Yellow

Non-Fibrous

Homogeneous

Unit 1 - restroom 2 - 

Beige/brown 9x9 

design vinyl sheet 

flooring w black felt 

(multilayered)

VSF1 33-VSF 2

322425747-0033B

None DetectedNon-fibrous (Other)77%Cellulose

Glass

20%

3%

Beige

Fibrous

Heterogeneous

Unit 1 - restroom 2 - 

Beige/brown 9x9 

design vinyl sheet 

flooring w black felt 

(multilayered)

VSF1 33-Mastic 2

322425747-0033C

None DetectedNon-fibrous (Other)100%Beige

Non-Fibrous

Homogeneous

Unit 1 - restroom 2 - 

Beige/brown 9x9 

design vinyl sheet 

flooring w black felt 

(multilayered)

VSF1 33-VSF 3

322425747-0033D

None DetectedNon-fibrous (Other)76%Cellulose

Glass

20%

4%

Gray/White

Fibrous

Heterogeneous

Unit 1 - restroom 2 - 

Beige/brown 9x9 

design vinyl sheet 

flooring w black felt 

(multilayered)

VSF1 33-Mastic 3

322425747-0033E

None DetectedNon-fibrous (Other)100%Yellow

Non-Fibrous

Homogeneous

Unit 1 - restroom 2 - 

Beige/brown 9x9 

design vinyl sheet 

flooring w black felt 

(multilayered)
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LA Testing
520 Mission Street South Pasadena, CA  91030

Tel/Fax: (323) 254-9960 / (323) 254-9982

http://www.LATesting.com / pasadenalab@latesting.com

322425747LA Testing Order:

Customer ID: 32CITA50

Customer PO: 3002.1611.0

Project ID: JS

Test Report: Asbestos Analysis of Bulk Materials via AHERA Method 40CFR 763 Subpart E 

Appendix E supplemented with EPA 600/R-93/116 using Polarized Light Microscopy

Sample Description Appearance % Fibrous % Non-Fibrous

Non-Asbestos Asbestos

% Type

VSF1 33-VSF 4

322425747-0033F

None DetectedNon-fibrous (Other)78%Cellulose

Glass

20%

2%

Beige

Fibrous

Heterogeneous

Unit 1 - restroom 2 - 

Beige/brown 9x9 

design vinyl sheet 

flooring w black felt 

(multilayered)

VSF1 33-Mastic 4

322425747-0033G

None DetectedNon-fibrous (Other)100%Beige

Non-Fibrous

Homogeneous

Unit 1 - restroom 2 - 

Beige/brown 9x9 

design vinyl sheet 

flooring w black felt 

(multilayered)

VSF1 33-VFT 5

322425747-0033H

None DetectedNon-fibrous (Other)100%Brown

Non-Fibrous

Homogeneous

Unit 1 - restroom 2 - 

Beige/brown 9x9 

design vinyl sheet 

flooring w black felt 

(multilayered)

VSF1 33-Mastic 5

322425747-0033I

None DetectedNon-fibrous (Other)100%Yellow/Clear

Non-Fibrous

Homogeneous

Unit 1 - restroom 2 - 

Beige/brown 9x9 

design vinyl sheet 

flooring w black felt 

(multilayered)

VSF1 33-VFT 6

322425747-0033J

None DetectedNon-fibrous (Other)100%Brown

Non-Fibrous

Homogeneous

Unit 1 - restroom 2 - 

Beige/brown 9x9 

design vinyl sheet 

flooring w black felt 

(multilayered)

VSF1 33-Mastic 6

322425747-0033K

None DetectedNon-fibrous (Other)100%Black

Non-Fibrous

Homogeneous

Unit 1 - restroom 2 - 

Beige/brown 9x9 

design vinyl sheet 

flooring w black felt 

(multilayered)

VSF1 33-VFT 7

322425747-0033L

None DetectedNon-fibrous (Other)95%Cellulose5%Green

Non-Fibrous

Homogeneous

Unit 1 - restroom 2 - 

Beige/brown 9x9 

design vinyl sheet 

flooring w black felt 

(multilayered)

VSF1 33-VSF 8

322425747-0033M

None DetectedNon-fibrous (Other)75%Cellulose25%Red/Black

Fibrous

Heterogeneous

Unit 1 - restroom 2 - 

Beige/brown 9x9 

design vinyl sheet 

flooring w black felt 

(multilayered)

VSF1 33-Mastic 7

322425747-0033N

None DetectedNon-fibrous (Other)100%Brown

Non-Fibrous

Homogeneous

Unit 1 - restroom 2 - 

Beige/brown 9x9 

design vinyl sheet 

flooring w black felt 

(multilayered)

VSF1 34-VSF 1

322425747-0034

None DetectedNon-fibrous (Other)77%Cellulose

Glass

20%

3%

Beige

Fibrous

Heterogeneous

Unit 1 - restroom 2 - 

Beige/brown 9x9 

design vinyl sheet 

flooring w black felt 

(multilayered)

VSF1 34-Mastic 1

322425747-0034A

None DetectedNon-fibrous (Other)100%Yellow/Clear

Non-Fibrous

Homogeneous

Unit 1 - restroom 2 - 

Beige/brown 9x9 

design vinyl sheet 

flooring w black felt 

(multilayered)

VSF1 34-VSF 2

322425747-0034B

None DetectedNon-fibrous (Other)78%Cellulose

Glass

20%

2%

Beige

Fibrous

Heterogeneous

Unit 1 - restroom 2 - 

Beige/brown 9x9 

design vinyl sheet 

flooring w black felt 

(multilayered)
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LA Testing
520 Mission Street South Pasadena, CA  91030

Tel/Fax: (323) 254-9960 / (323) 254-9982

http://www.LATesting.com / pasadenalab@latesting.com

322425747LA Testing Order:

Customer ID: 32CITA50

Customer PO: 3002.1611.0

Project ID: JS

Test Report: Asbestos Analysis of Bulk Materials via AHERA Method 40CFR 763 Subpart E 

Appendix E supplemented with EPA 600/R-93/116 using Polarized Light Microscopy

Sample Description Appearance % Fibrous % Non-Fibrous

Non-Asbestos Asbestos

% Type

VSF1 34-Mastic 2

322425747-0034C

None DetectedNon-fibrous (Other)100%Yellow/Clear

Non-Fibrous

Homogeneous

Unit 1 - restroom 2 - 

Beige/brown 9x9 

design vinyl sheet 

flooring w black felt 

(multilayered)

VSF1 34-VSF 3

322425747-0034D

None DetectedNon-fibrous (Other)77%Cellulose

Glass

20%

3%

White

Non-Fibrous

Homogeneous

Unit 1 - restroom 2 - 

Beige/brown 9x9 

design vinyl sheet 

flooring w black felt 

(multilayered)

VSF1 34-Mastic 3

322425747-0034E

None DetectedNon-fibrous (Other)100%Yellow/Clear

Non-Fibrous

Homogeneous

Unit 1 - restroom 2 - 

Beige/brown 9x9 

design vinyl sheet 

flooring w black felt 

(multilayered)

VSF1 34-VFT 4

322425747-0034F

None DetectedNon-fibrous (Other)100%Brown

Non-Fibrous

Homogeneous

Unit 1 - restroom 2 - 

Beige/brown 9x9 

design vinyl sheet 

flooring w black felt 

(multilayered)

VSF1 34-Mastic 4

322425747-0034G

None DetectedNon-fibrous (Other)100%Clear

Non-Fibrous

Homogeneous

Unit 1 - restroom 2 - 

Beige/brown 9x9 

design vinyl sheet 

flooring w black felt 

(multilayered)

VSF1 34 5-VFT 5

322425747-0034H

None DetectedNon-fibrous (Other)90%Cellulose10%Brown/Green

Non-Fibrous

Homogeneous

Unit 1 - restroom 2 - 

Beige/brown 9x9 

design vinyl sheet 

flooring w black felt 

(multilayered)

VSF1 34 5-Mastic 5

322425747-0034I

None DetectedNon-fibrous (Other)100%Black

Non-Fibrous

Homogeneous

Unit 1 - restroom 2 - 

Beige/brown 9x9 

design vinyl sheet 

flooring w black felt 

(multilayered)

VSF1 34 5-Felt

322425747-0034J

None DetectedNon-fibrous (Other)65%Cellulose35%Black/Green

Fibrous

Homogeneous

Unit 1 - restroom 2 - 

Beige/brown 9x9 

design vinyl sheet 

flooring w black felt 

(multilayered)

VSF2 35-VSF 1

322425747-0035

None DetectedNon-fibrous (Other)78%Cellulose

Glass

20%

2%

Gray/Beige

Fibrous

Heterogeneous

Unit 2 - kitchen - 

Beige/brown 9x9 

design vinyl sheet 

flooring w vinyl floor 

tile  (multilayered)

VSF2 35-Mastic 1

322425747-0035A

None DetectedNon-fibrous (Other)100%Beige

Non-Fibrous

Homogeneous

Unit 2 - kitchen - 

Beige/brown 9x9 

design vinyl sheet 

flooring w vinyl floor 

tile  (multilayered)

VSF2 35-VSF 2

322425747-0035B

None DetectedNon-fibrous (Other)78%Cellulose

Glass

20%

2%

Beige

Fibrous

Heterogeneous

Unit 2 - kitchen - 

Beige/brown 9x9 

design vinyl sheet 

flooring w vinyl floor 

tile  (multilayered)

VSF2 35-Mastic 2

322425747-0035C

None DetectedNon-fibrous (Other)100%Beige

Non-Fibrous

Homogeneous

Unit 2 - kitchen - 

Beige/brown 9x9 

design vinyl sheet 

flooring w vinyl floor 

tile  (multilayered)

Initial report from: 12/11/2024 17:51:43

Page 8 of 17ASB_PLM_0008_0002 - 2.31 Printed: 12/11/2024  6:19 PM

[ l 



LA Testing
520 Mission Street South Pasadena, CA  91030

Tel/Fax: (323) 254-9960 / (323) 254-9982

http://www.LATesting.com / pasadenalab@latesting.com

322425747LA Testing Order:

Customer ID: 32CITA50

Customer PO: 3002.1611.0

Project ID: JS

Test Report: Asbestos Analysis of Bulk Materials via AHERA Method 40CFR 763 Subpart E 

Appendix E supplemented with EPA 600/R-93/116 using Polarized Light Microscopy

Sample Description Appearance % Fibrous % Non-Fibrous

Non-Asbestos Asbestos

% Type

VSF2 35-VSF 3

322425747-0035D

None DetectedNon-fibrous (Other)77%Cellulose

Glass

20%

3%

White/Beige

Fibrous

Heterogeneous

Unit 2 - kitchen - 

Beige/brown 9x9 

design vinyl sheet 

flooring w vinyl floor 

tile  (multilayered)

VSF2 35-Mastic 3

322425747-0035E

None DetectedNon-fibrous (Other)100%Yellow/Beige

Non-Fibrous

Homogeneous

Unit 2 - kitchen - 

Beige/brown 9x9 

design vinyl sheet 

flooring w vinyl floor 

tile  (multilayered)

VSF2 35-VSF 4

322425747-0035F

None DetectedNon-fibrous (Other)78%Cellulose

Glass

20%

2%

Gray/White

Fibrous

Heterogeneous

Unit 2 - kitchen - 

Beige/brown 9x9 

design vinyl sheet 

flooring w vinyl floor 

tile  (multilayered)

VSF2 35-Mastic 4

322425747-0035G

None DetectedNon-fibrous (Other)100%Yellow/Beige

Non-Fibrous

Homogeneous

Unit 2 - kitchen - 

Beige/brown 9x9 

design vinyl sheet 

flooring w vinyl floor 

tile  (multilayered)

VSF2 35-VSF 5

322425747-0035H

None DetectedNon-fibrous (Other)78%Cellulose

Glass

20%

2%

Yellow/Beige

Fibrous

Heterogeneous

Unit 2 - kitchen - 

Beige/brown 9x9 

design vinyl sheet 

flooring w vinyl floor 

tile  (multilayered)

VSF2 35-Mastic 5

322425747-0035I

None DetectedNon-fibrous (Other)100%Yellow

Non-Fibrous

Homogeneous

Unit 2 - kitchen - 

Beige/brown 9x9 

design vinyl sheet 

flooring w vinyl floor 

tile  (multilayered)

VSF2 35-VFT 6

322425747-0035J

2% ChrysotileNon-fibrous (Other)98%Tan

Non-Fibrous

Homogeneous

Unit 2 - kitchen - 

Beige/brown 9x9 

design vinyl sheet 

flooring w vinyl floor 

tile  (multilayered)

VSF2 35-Mastic 6

322425747-0035K

None DetectedNon-fibrous (Other)100%Yellow

Non-Fibrous

Homogeneous

Unit 2 - kitchen - 

Beige/brown 9x9 

design vinyl sheet 

flooring w vinyl floor 

tile  (multilayered)

VSF2 35-VFT 7

322425747-0035L

5% ChrysotileNon-fibrous (Other)95%Tan

Non-Fibrous

Homogeneous

Unit 2 - kitchen - 

Beige/brown 9x9 

design vinyl sheet 

flooring w vinyl floor 

tile  (multilayered)

VSF2 35-Mastic 7

322425747-0035M

10% ChrysotileNon-fibrous (Other)90%Black

Non-Fibrous

Homogeneous

Unit 2 - kitchen - 

Beige/brown 9x9 

design vinyl sheet 

flooring w vinyl floor 

tile  (multilayered)

VSF2 36-VSF 1

322425747-0036

None DetectedNon-fibrous (Other)78%Cellulose

Glass

20%

2%

Gray/Beige

Fibrous

Heterogeneous

Unit 2 - kitchen - 

Beige/brown 9x9 

design vinyl sheet 

flooring w vinyl floor 

tile  (multilayered)

VSF2 36-Mastic 1

322425747-0036A

None DetectedNon-fibrous (Other)100%Yellow/Beige

Non-Fibrous

Homogeneous

Unit 2 - kitchen - 

Beige/brown 9x9 

design vinyl sheet 

flooring w vinyl floor 

tile  (multilayered)

Initial report from: 12/11/2024 17:51:43

Page 9 of 17ASB_PLM_0008_0002 - 2.31 Printed: 12/11/2024  6:19 PM

[ l 



LA Testing
520 Mission Street South Pasadena, CA  91030

Tel/Fax: (323) 254-9960 / (323) 254-9982

http://www.LATesting.com / pasadenalab@latesting.com

322425747LA Testing Order:

Customer ID: 32CITA50

Customer PO: 3002.1611.0

Project ID: JS

Test Report: Asbestos Analysis of Bulk Materials via AHERA Method 40CFR 763 Subpart E 

Appendix E supplemented with EPA 600/R-93/116 using Polarized Light Microscopy

Sample Description Appearance % Fibrous % Non-Fibrous

Non-Asbestos Asbestos

% Type

VSF2 36-VSF 2

322425747-0036B

None DetectedNon-fibrous (Other)78%Cellulose

Glass

20%

2%

Beige

Non-Fibrous

Homogeneous

Unit 2 - kitchen - 

Beige/brown 9x9 

design vinyl sheet 

flooring w vinyl floor 

tile  (multilayered)

VSF2 36-Mastic 2

322425747-0036C

None DetectedNon-fibrous (Other)100%Beige

Non-Fibrous

Homogeneous

Unit 2 - kitchen - 

Beige/brown 9x9 

design vinyl sheet 

flooring w vinyl floor 

tile  (multilayered)

VSF2 36-VSF 3

322425747-0036D

None DetectedNon-fibrous (Other)78%Cellulose

Glass

20%

2%

Yellow/Beige

Fibrous

Heterogeneous

Unit 2 - kitchen - 

Beige/brown 9x9 

design vinyl sheet 

flooring w vinyl floor 

tile  (multilayered)

VSF2 36-Mastic 3

322425747-0036E

None DetectedNon-fibrous (Other)100%Yellow/Beige

Non-Fibrous

Homogeneous

Unit 2 - kitchen - 

Beige/brown 9x9 

design vinyl sheet 

flooring w vinyl floor 

tile  (multilayered)

VSF2 36-VSF 4

322425747-0036F

None DetectedNon-fibrous (Other)78%Cellulose

Glass

20%

2%

Gray/White

Fibrous

Heterogeneous

Unit 2 - kitchen - 

Beige/brown 9x9 

design vinyl sheet 

flooring w vinyl floor 

tile  (multilayered)

VSF2 36-Mastic 4

322425747-0036G

None DetectedNon-fibrous (Other)100%Yellow/Beige

Non-Fibrous

Homogeneous

Unit 2 - kitchen - 

Beige/brown 9x9 

design vinyl sheet 

flooring w vinyl floor 

tile  (multilayered)

VSF2 36-VSF 5

322425747-0036H

None DetectedNon-fibrous (Other)78%Cellulose

Glass

20%

2%

Yellow/Beige

Fibrous

Heterogeneous

Unit 2 - kitchen - 

Beige/brown 9x9 

design vinyl sheet 

flooring w vinyl floor 

tile  (multilayered)

VSF2 36-Mastic 5

322425747-0036I

None DetectedNon-fibrous (Other)100%Yellow

Non-Fibrous

Homogeneous

Unit 2 - kitchen - 

Beige/brown 9x9 

design vinyl sheet 

flooring w vinyl floor 

tile  (multilayered)

VSF2 36-VFT 6

322425747-0036J

2% ChrysotileNon-fibrous (Other)98%Tan

Non-Fibrous

Homogeneous

Unit 2 - kitchen - 

Beige/brown 9x9 

design vinyl sheet 

flooring w vinyl floor 

tile  (multilayered)

VSF2 36-Mastic 6

322425747-0036K

None DetectedNon-fibrous (Other)100%Yellow

Non-Fibrous

Homogeneous

Unit 2 - kitchen - 

Beige/brown 9x9 

design vinyl sheet 

flooring w vinyl floor 

tile  (multilayered)

VSF2 36-VFT 7

322425747-0036L

5% ChrysotileNon-fibrous (Other)95%Tan

Non-Fibrous

Homogeneous

Unit 2 - kitchen - 

Beige/brown 9x9 

design vinyl sheet 

flooring w vinyl floor 

tile  (multilayered)

VSF2 36-Mastic 7

322425747-0036M

10% ChrysotileNon-fibrous (Other)90%Black

Non-Fibrous

Homogeneous

Unit 2 - kitchen - 

Beige/brown 9x9 

design vinyl sheet 

flooring w vinyl floor 

tile  (multilayered)
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LA Testing
520 Mission Street South Pasadena, CA  91030

Tel/Fax: (323) 254-9960 / (323) 254-9982

http://www.LATesting.com / pasadenalab@latesting.com

322425747LA Testing Order:

Customer ID: 32CITA50

Customer PO: 3002.1611.0

Project ID: JS

Test Report: Asbestos Analysis of Bulk Materials via AHERA Method 40CFR 763 Subpart E 

Appendix E supplemented with EPA 600/R-93/116 using Polarized Light Microscopy

Sample Description Appearance % Fibrous % Non-Fibrous

Non-Asbestos Asbestos

% Type

VSF2 37-VSF 1

322425747-0037

None DetectedNon-fibrous (Other)77%Cellulose

Glass

20%

3%

Beige

Fibrous

Heterogeneous

Unit 2 - kitchen - 

Beige/brown 9x9 

design vinyl sheet 

flooring w vinyl floor 

tile  (multilayered)

VSF2 37-Mastic 1

322425747-0037A

None DetectedNon-fibrous (Other)100%Yellow

Non-Fibrous

Homogeneous

Unit 2 - kitchen - 

Beige/brown 9x9 

design vinyl sheet 

flooring w vinyl floor 

tile  (multilayered)

VSF2 37-VSF 2

322425747-0037B

None DetectedNon-fibrous (Other)77%Cellulose

Glass

20%

3%

Beige

Fibrous

Heterogeneous

Unit 2 - kitchen - 

Beige/brown 9x9 

design vinyl sheet 

flooring w vinyl floor 

tile  (multilayered)

VSF2 37-Mastic 2

322425747-0037C

None DetectedNon-fibrous (Other)100%Yellow/Beige

Non-Fibrous

Homogeneous

Unit 2 - kitchen - 

Beige/brown 9x9 

design vinyl sheet 

flooring w vinyl floor 

tile  (multilayered)

VSF2 37-VSF 3

322425747-0037D

None DetectedNon-fibrous (Other)77%Cellulose

Glass

20%

3%

Beige

Fibrous

Heterogeneous

Unit 2 - kitchen - 

Beige/brown 9x9 

design vinyl sheet 

flooring w vinyl floor 

tile  (multilayered)

VSF2 37-Mastic 3

322425747-0037E

None DetectedNon-fibrous (Other)100%Yellow/Beige

Non-Fibrous

Homogeneous

Unit 2 - kitchen - 

Beige/brown 9x9 

design vinyl sheet 

flooring w vinyl floor 

tile  (multilayered)

VSF2 37-VSF 4

322425747-0037F

None DetectedNon-fibrous (Other)75%Cellulose

Glass

20%

5%

Beige

Fibrous

Heterogeneous

Unit 2 - kitchen - 

Beige/brown 9x9 

design vinyl sheet 

flooring w vinyl floor 

tile  (multilayered)

VSF2 37-Mastic 4

322425747-0037G

None DetectedNon-fibrous (Other)100%Yellow/Beige

Non-Fibrous

Homogeneous

Unit 2 - kitchen - 

Beige/brown 9x9 

design vinyl sheet 

flooring w vinyl floor 

tile  (multilayered)

VSF2 37-VSF 5

322425747-0037H

None DetectedNon-fibrous (Other)80%Cellulose20%Beige

Fibrous

Heterogeneous

Unit 2 - kitchen - 

Beige/brown 9x9 

design vinyl sheet 

flooring w vinyl floor 

tile  (multilayered)

VSF2 37-Mastic 5

322425747-0037I

None DetectedNon-fibrous (Other)100%Yellow

Non-Fibrous

Homogeneous

Unit 2 - kitchen - 

Beige/brown 9x9 

design vinyl sheet 

flooring w vinyl floor 

tile  (multilayered)

VSF2 37-VFT 6

322425747-0037J

3% ChrysotileNon-fibrous (Other)97%Tan

Non-Fibrous

Homogeneous

Unit 2 - kitchen - 

Beige/brown 9x9 

design vinyl sheet 

flooring w vinyl floor 

tile  (multilayered)

VSF2 37-Mastic 6

322425747-0037K

None DetectedNon-fibrous (Other)100%Yellow

Non-Fibrous

Homogeneous

Unit 2 - kitchen - 

Beige/brown 9x9 

design vinyl sheet 

flooring w vinyl floor 

tile  (multilayered)
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LA Testing
520 Mission Street South Pasadena, CA  91030

Tel/Fax: (323) 254-9960 / (323) 254-9982

http://www.LATesting.com / pasadenalab@latesting.com

322425747LA Testing Order:

Customer ID: 32CITA50

Customer PO: 3002.1611.0

Project ID: JS

Test Report: Asbestos Analysis of Bulk Materials via AHERA Method 40CFR 763 Subpart E 

Appendix E supplemented with EPA 600/R-93/116 using Polarized Light Microscopy

Sample Description Appearance % Fibrous % Non-Fibrous

Non-Asbestos Asbestos

% Type

VSF2 37-VFT 7

322425747-0037L

5% ChrysotileNon-fibrous (Other)95%Tan

Non-Fibrous

Homogeneous

Unit 2 - kitchen - 

Beige/brown 9x9 

design vinyl sheet 

flooring w vinyl floor 

tile  (multilayered)

VSF2 37-Mastic 7

322425747-0037M

10% ChrysotileNon-fibrous (Other)90%Black

Non-Fibrous

Homogeneous

Unit 2 - kitchen - 

Beige/brown 9x9 

design vinyl sheet 

flooring w vinyl floor 

tile  (multilayered)

VSF3 38-VSF 1

322425747-0038

None DetectedNon-fibrous (Other)77%Cellulose

Glass

20%

3%

Gray/Beige

Non-Fibrous

Homogeneous

Unit 1 - kitchen - 

Beige/brown 9x9 

design vinyl sheet 

flooring w brown 

mastic (mulitlayered)

VSF3 38-Mastic 1

322425747-0038A

None DetectedNon-fibrous (Other)100%Beige

Non-Fibrous

Homogeneous

Unit 1 - kitchen - 

Beige/brown 9x9 

design vinyl sheet 

flooring w brown 

mastic (mulitlayered)

VSF3 38-VSF 2

322425747-0038B

None DetectedNon-fibrous (Other)78%Cellulose

Glass

20%

2%

White/Beige

Fibrous

Heterogeneous

Unit 1 - kitchen - 

Beige/brown 9x9 

design vinyl sheet 

flooring w brown 

mastic (mulitlayered)

VSF3 38-Mastic 2

322425747-0038C

None DetectedNon-fibrous (Other)100%White

Non-Fibrous

Homogeneous

Unit 1 - kitchen - 

Beige/brown 9x9 

design vinyl sheet 

flooring w brown 

mastic (mulitlayered)

VSF3 38-VSF 3

322425747-0038D

None DetectedNon-fibrous (Other)77%Cellulose

Glass

20%

3%

Gray/White/Beige

Fibrous

Heterogeneous

Unit 1 - kitchen - 

Beige/brown 9x9 

design vinyl sheet 

flooring w brown 

mastic (mulitlayered)

VSF3 38-Mastic 

3/Leveling Compound

322425747-0038E

None DetectedNon-fibrous (Other)100%Gray/Yellow

Non-Fibrous

Heterogeneous

Unit 1 - kitchen - 

Beige/brown 9x9 

design vinyl sheet 

flooring w brown 

mastic (mulitlayered)

Unable to separate.

VSF3 39-VSF 1

322425747-0039

None DetectedNon-fibrous (Other)77%Cellulose

Glass

20%

3%

Gray/Beige

Fibrous

Heterogeneous

Unit 1 - kitchen - 

Beige/brown 9x9 

design vinyl sheet 

flooring w brown 

mastic (mulitlayered)

VSF3 39-Mastic 1

322425747-0039A

None DetectedNon-fibrous (Other)100%Yellow/Beige

Non-Fibrous

Homogeneous

Unit 1 - kitchen - 

Beige/brown 9x9 

design vinyl sheet 

flooring w brown 

mastic (mulitlayered)

VSF3 39-VSF 2

322425747-0039B

None DetectedNon-fibrous (Other)78%Cellulose

Glass

20%

2%

White/Beige

Fibrous

Heterogeneous

Unit 1 - kitchen - 

Beige/brown 9x9 

design vinyl sheet 

flooring w brown 

mastic (mulitlayered)
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LA Testing
520 Mission Street South Pasadena, CA  91030

Tel/Fax: (323) 254-9960 / (323) 254-9982

http://www.LATesting.com / pasadenalab@latesting.com

322425747LA Testing Order:

Customer ID: 32CITA50

Customer PO: 3002.1611.0

Project ID: JS

Test Report: Asbestos Analysis of Bulk Materials via AHERA Method 40CFR 763 Subpart E 

Appendix E supplemented with EPA 600/R-93/116 using Polarized Light Microscopy

Sample Description Appearance % Fibrous % Non-Fibrous

Non-Asbestos Asbestos

% Type

VSF3 39-Mastic 

2/Leveling Compound

322425747-0039C

None DetectedNon-fibrous (Other)100%Gray/White

Non-Fibrous

Heterogeneous

Unit 1 - kitchen - 

Beige/brown 9x9 

design vinyl sheet 

flooring w brown 

mastic (mulitlayered)

Unable to separate.

VSF3 40-VSF 1

322425747-0040

None DetectedNon-fibrous (Other)77%Cellulose

Glass

20%

3%

Beige

Fibrous

Heterogeneous

Unit 1 - entry - 

Beige/brown 9x9 

design vinyl sheet 

flooring w brown 

mastic (mulitlayered)

VSF3 40-Mastic 1

322425747-0040A

None DetectedNon-fibrous (Other)100%Yellow

Non-Fibrous

Homogeneous

Unit 1 - entry - 

Beige/brown 9x9 

design vinyl sheet 

flooring w brown 

mastic (mulitlayered)

VSF3 40-VSF 2

322425747-0040B

None DetectedNon-fibrous (Other)78%Cellulose

Glass

20%

2%

Beige

Fibrous

Heterogeneous

Unit 1 - entry - 

Beige/brown 9x9 

design vinyl sheet 

flooring w brown 

mastic (mulitlayered)

VSF3 40-Mastic 2

322425747-0040C

None DetectedNon-fibrous (Other)100%Yellow

Non-Fibrous

Homogeneous

Unit 1 - entry - 

Beige/brown 9x9 

design vinyl sheet 

flooring w brown 

mastic (mulitlayered)

VSF3 40-VSF 3

322425747-0040D

None DetectedNon-fibrous (Other)77%Cellulose

Glass

20%

3%

Beige

Fibrous

Heterogeneous

Unit 1 - entry - 

Beige/brown 9x9 

design vinyl sheet 

flooring w brown 

mastic (mulitlayered)

VSF3 40-Mastic 3

322425747-0040E

None DetectedNon-fibrous (Other)100%Yellow/Beige

Non-Fibrous

Homogeneous

Unit 1 - entry - 

Beige/brown 9x9 

design vinyl sheet 

flooring w brown 

mastic (mulitlayered)

FCM1 41

322425747-0041

None DetectedNon-fibrous (Other)100%Yellow

Non-Fibrous

Homogeneous

Unit 1 - living rm 

closet - Yellow carpet 

mastic

FCM1 42

322425747-0042

None DetectedNon-fibrous (Other)100%Yellow

Non-Fibrous

Homogeneous

Unit 1 - restroom 1 

foyer - Yellow carpet 

mastic

FCM1 43

322425747-0043

None DetectedNon-fibrous (Other)100%Yellow

Non-Fibrous

Homogeneous

Unit 1 - living room - 

southwest - Yellow 

carpet mastic

VSF4 44-VSF 1

322425747-0044

None DetectedNon-fibrous (Other)77%Cellulose

Glass

20%

3%

Gray/Beige

Fibrous

Heterogeneous

Unit 2 - restroom 1 - 

Beige/brown 9x9 

design vinyl sheet 

flooring w yellow 

mastic (multilayered)

VSF4 44-Mastic 1

322425747-0044A

None DetectedNon-fibrous (Other)100%Beige

Non-Fibrous

Homogeneous

Unit 2 - restroom 1 - 

Beige/brown 9x9 

design vinyl sheet 

flooring w yellow 

mastic (multilayered)

VSF4 44-VSF 2

322425747-0044B

None DetectedNon-fibrous (Other)77%Cellulose

Glass

20%

3%

White/Beige

Fibrous

Heterogeneous

Unit 2 - restroom 1 - 

Beige/brown 9x9 

design vinyl sheet 

flooring w yellow 

mastic (multilayered)
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LA Testing
520 Mission Street South Pasadena, CA  91030

Tel/Fax: (323) 254-9960 / (323) 254-9982

http://www.LATesting.com / pasadenalab@latesting.com

322425747LA Testing Order:

Customer ID: 32CITA50

Customer PO: 3002.1611.0

Project ID: JS

Test Report: Asbestos Analysis of Bulk Materials via AHERA Method 40CFR 763 Subpart E 

Appendix E supplemented with EPA 600/R-93/116 using Polarized Light Microscopy

Sample Description Appearance % Fibrous % Non-Fibrous

Non-Asbestos Asbestos

% Type

VSF4 44-Mastic 2

322425747-0044C

None DetectedNon-fibrous (Other)100%Yellow/Beige

Non-Fibrous

Homogeneous

Unit 2 - restroom 1 - 

Beige/brown 9x9 

design vinyl sheet 

flooring w yellow 

mastic (multilayered)

VSF4 44-VSF 3

322425747-0044D

None DetectedNon-fibrous (Other)77%Cellulose

Glass

20%

3%

Beige

Fibrous

Heterogeneous

Unit 2 - restroom 1 - 

Beige/brown 9x9 

design vinyl sheet 

flooring w yellow 

mastic (multilayered)

VSF4 44-Mastic 3

322425747-0044E

None DetectedNon-fibrous (Other)100%Beige

Non-Fibrous

Homogeneous

Unit 2 - restroom 1 - 

Beige/brown 9x9 

design vinyl sheet 

flooring w yellow 

mastic (multilayered)

VSF4 44-VSF 4

322425747-0044F

None DetectedNon-fibrous (Other)77%Cellulose

Glass

20%

3%

Gray/White/Beige

Fibrous

Heterogeneous

Unit 2 - restroom 1 - 

Beige/brown 9x9 

design vinyl sheet 

flooring w yellow 

mastic (multilayered)

VSF4 44-Mastic 4

322425747-0044G

None DetectedNon-fibrous (Other)100%Beige

Non-Fibrous

Homogeneous

Unit 2 - restroom 1 - 

Beige/brown 9x9 

design vinyl sheet 

flooring w yellow 

mastic (multilayered)

VSF4 45-VSF 1

322425747-0045

None DetectedNon-fibrous (Other)77%Cellulose

Glass

20%

3%

Gray/Beige

Fibrous

Heterogeneous

Unit 2 - restroom 1 - 

Beige/brown 9x9 

design vinyl sheet 

flooring w yellow 

mastic (multilayered)

VSF4 45-Mastic 1

322425747-0045A

None DetectedNon-fibrous (Other)100%Beige

Non-Fibrous

Homogeneous

Unit 2 - restroom 1 - 

Beige/brown 9x9 

design vinyl sheet 

flooring w yellow 

mastic (multilayered)

VSF4 45-VSF 2

322425747-0045B

None DetectedNon-fibrous (Other)77%Cellulose

Glass

20%

3%

White/Beige

Non-Fibrous

Homogeneous

Unit 2 - restroom 1 - 

Beige/brown 9x9 

design vinyl sheet 

flooring w yellow 

mastic (multilayered)

VSF4 45-Mastic 2

322425747-0045C

None DetectedNon-fibrous (Other)100%Beige

Non-Fibrous

Homogeneous

Unit 2 - restroom 1 - 

Beige/brown 9x9 

design vinyl sheet 

flooring w yellow 

mastic (multilayered)

VSF4 45-VSF 3

322425747-0045D

None DetectedNon-fibrous (Other)77%Cellulose

Glass

20%

3%

Beige

Fibrous

Heterogeneous

Unit 2 - restroom 1 - 

Beige/brown 9x9 

design vinyl sheet 

flooring w yellow 

mastic (multilayered)

VSF4 45-Mastic 3

322425747-0045E

None DetectedNon-fibrous (Other)100%Yellow/Beige

Non-Fibrous

Homogeneous

Unit 2 - restroom 1 - 

Beige/brown 9x9 

design vinyl sheet 

flooring w yellow 

mastic (multilayered)

VSF4 45-VSF 4

322425747-0045F

None DetectedNon-fibrous (Other)77%Cellulose

Glass

20%

3%

Gray/Beige

Fibrous

Heterogeneous

Unit 2 - restroom 1 - 

Beige/brown 9x9 

design vinyl sheet 

flooring w yellow 

mastic (multilayered)
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LA Testing
520 Mission Street South Pasadena, CA  91030

Tel/Fax: (323) 254-9960 / (323) 254-9982

http://www.LATesting.com / pasadenalab@latesting.com

322425747LA Testing Order:

Customer ID: 32CITA50

Customer PO: 3002.1611.0

Project ID: JS

Test Report: Asbestos Analysis of Bulk Materials via AHERA Method 40CFR 763 Subpart E 

Appendix E supplemented with EPA 600/R-93/116 using Polarized Light Microscopy

Sample Description Appearance % Fibrous % Non-Fibrous

Non-Asbestos Asbestos

% Type

VSF4 45-Mastic 4

322425747-0045G

None DetectedNon-fibrous (Other)100%Beige

Non-Fibrous

Homogeneous

Unit 2 - restroom 1 - 

Beige/brown 9x9 

design vinyl sheet 

flooring w yellow 

mastic (multilayered)

VSF4 46-VSF 1

322425747-0046

None DetectedNon-fibrous (Other)77%Cellulose

Glass

20%

3%

Beige

Fibrous

Heterogeneous

Unit 2 - restroom 1 - 

Beige/brown 9x9 

design vinyl sheet 

flooring w yellow 

mastic (multilayered)

VSF4 46-Mastic 1

322425747-0046A

None DetectedNon-fibrous (Other)100%Yellow

Non-Fibrous

Homogeneous

Unit 2 - restroom 1 - 

Beige/brown 9x9 

design vinyl sheet 

flooring w yellow 

mastic (multilayered)

VSF4 46-VSF 2

322425747-0046B

None DetectedNon-fibrous (Other)100%White

Fibrous

Heterogeneous

Unit 2 - restroom 1 - 

Beige/brown 9x9 

design vinyl sheet 

flooring w yellow 

mastic (multilayered)

VSF4 46-Mastic 2

322425747-0046C

None DetectedNon-fibrous (Other)100%Yellow/Beige

Non-Fibrous

Homogeneous

Unit 2 - restroom 1 - 

Beige/brown 9x9 

design vinyl sheet 

flooring w yellow 

mastic (multilayered)

VSF4 46-VSF 3

322425747-0046D

None DetectedNon-fibrous (Other)77%Cellulose

Glass

20%

3%

White

Fibrous

Homogeneous

Unit 2 - restroom 1 - 

Beige/brown 9x9 

design vinyl sheet 

flooring w yellow 

mastic (multilayered)

VSF4 46-Mastic 3

322425747-0046E

None DetectedNon-fibrous (Other)100%Yellow

Non-Fibrous

Homogeneous

Unit 2 - restroom 1 - 

Beige/brown 9x9 

design vinyl sheet 

flooring w yellow 

mastic (multilayered)

VSF4 46-VSF 4

322425747-0046F

None DetectedNon-fibrous (Other)77%Cellulose

Glass

20%

3%

Gray

Fibrous

Heterogeneous

Unit 2 - restroom 1 - 

Beige/brown 9x9 

design vinyl sheet 

flooring w yellow 

mastic (multilayered)

VSF4 46-Mastic 4

322425747-0046G

None DetectedNon-fibrous (Other)100%Yellow

Non-Fibrous

Homogeneous

Unit 2 - restroom 1 - 

Beige/brown 9x9 

design vinyl sheet 

flooring w yellow 

mastic (multilayered)

VSF5 47-Vinyl Sheet 

Flooring

322425747-0047

None DetectedNon-fibrous (Other)77%Cellulose

Glass

20%

3%

Beige

Fibrous

Heterogeneous

Unit 2 - restroom 2 - 

Beige/brown 9x9 

design vinyl sheet 

flooring w black 

mastic

VSF5 47-Mastic 1

322425747-0047A

None DetectedNon-fibrous (Other)100%Yellow/Beige

Non-Fibrous

Homogeneous

Unit 2 - restroom 2 - 

Beige/brown 9x9 

design vinyl sheet 

flooring w black 

mastic

VSF5 47-Mastic 2

322425747-0047B

7% ChrysotileNon-fibrous (Other)93%Black

Non-Fibrous

Homogeneous

Unit 2 - restroom 2 - 

Beige/brown 9x9 

design vinyl sheet 

flooring w black 

mastic
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LA Testing
520 Mission Street South Pasadena, CA  91030

Tel/Fax: (323) 254-9960 / (323) 254-9982

http://www.LATesting.com / pasadenalab@latesting.com

322425747LA Testing Order:

Customer ID: 32CITA50

Customer PO: 3002.1611.0

Project ID: JS

Test Report: Asbestos Analysis of Bulk Materials via AHERA Method 40CFR 763 Subpart E 

Appendix E supplemented with EPA 600/R-93/116 using Polarized Light Microscopy

Sample Description Appearance % Fibrous % Non-Fibrous

Non-Asbestos Asbestos

% Type

VSF5 47-Cementitious 

Material 

322425747-0047C

None DetectedNon-fibrous (Other)100%Gray

Non-Fibrous

Homogeneous

Unit 2 - restroom 2 - 

Beige/brown 9x9 

design vinyl sheet 

flooring w black 

mastic

VSF5 48-Vinyl Sheet 

Flooring

322425747-0048

None DetectedNon-fibrous (Other)77%Cellulose

Glass

20%

3%

Beige

Fibrous

Heterogeneous

Unit 2 - restroom 2 - 

Beige/brown 9x9 

design vinyl sheet 

flooring w black 

mastic

VSF5 48-Mastic 1

322425747-0048A

None DetectedNon-fibrous (Other)100%Yellow

Non-Fibrous

Homogeneous

Unit 2 - restroom 2 - 

Beige/brown 9x9 

design vinyl sheet 

flooring w black 

mastic

VSF5 48-Mastic 2

322425747-0048B

None DetectedNon-fibrous (Other)100%Brown/Gray/Black

Non-Fibrous

Homogeneous

Unit 2 - restroom 2 - 

Beige/brown 9x9 

design vinyl sheet 

flooring w black 

mastic

VSF5 49-Vinyl Sheet 

Flooring

322425747-0049

None DetectedNon-fibrous (Other)80%Cellulose20%Beige

Fibrous

Heterogeneous

Unit 1 - restroom 1 - 

Beige/brown 9x9 

design vinyl sheet 

flooring w black 

mastic

VSF5 49-Mastic

322425747-0049A

None DetectedNon-fibrous (Other)100%Black

Non-Fibrous

Homogeneous

Unit 1 - restroom 1 - 

Beige/brown 9x9 

design vinyl sheet 

flooring w black 

mastic

VSF5 49-Cementitious 

Material

322425747-0049B

None DetectedNon-fibrous (Other)100%Gray

Non-Fibrous

Homogeneous

Unit 1 - restroom 1 - 

Beige/brown 9x9 

design vinyl sheet 

flooring w black 

mastic

MBP1 50

322425747-0050

None DetectedNon-fibrous (Other)15%Cellulose85%Brown/Black

Fibrous

Homogeneous

Unit 2 - kitchen - 

Black moisture barrier 

paper

MBP1 51

322425747-0051

None DetectedNon-fibrous (Other)15%Cellulose85%Brown/Black

Fibrous

Heterogeneous

Unit 2 - kitchen - 

Black moisture barrier 

paper

MBP1 52

322425747-0052

None DetectedNon-fibrous (Other)15%Cellulose85%Black

Fibrous

Homogeneous

Unit 1 - kitchen - 

Black moisture barrier 

paper

FCM2 53

322425747-0053

None DetectedNon-fibrous (Other)100%Brown

Non-Fibrous

Homogeneous

Unit 2 - livign rm - 

Brown carpet mastic

FCM2 54

322425747-0054

None DetectedNon-fibrous (Other)100%Brown

Non-Fibrous

Homogeneous

Unit 2 - room 2 - 

Brown carpet mastic

FCM2 55

322425747-0055

None DetectedNon-fibrous (Other)15%Cellulose85%Brown

Fibrous

Homogeneous

Unit 1 - closet - Brown 

carpet mastic

HG1 56

322425747-0056

None DetectedNon-fibrous (Other)7%Cellulose

Min. Wool

3%

90%

White

Fibrous

Homogeneous

Unit 1 - White heater 

gasket

HG1 57

322425747-0057

None DetectedNon-fibrous (Other)7%Cellulose

Min. Wool

3%

90%

White

Fibrous

Homogeneous

Bldg 3, Level 1, Unit 1 

- White heater gasket
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LA Testing
520 Mission Street South Pasadena, CA  91030

Tel/Fax: (323) 254-9960 / (323) 254-9982

http://www.LATesting.com / pasadenalab@latesting.com

322425747LA Testing Order:

Customer ID: 32CITA50

Customer PO: 3002.1611.0

Project ID: JS

Test Report: Asbestos Analysis of Bulk Materials via AHERA Method 40CFR 763 Subpart E 

Appendix E supplemented with EPA 600/R-93/116 using Polarized Light Microscopy

Sample Description Appearance % Fibrous % Non-Fibrous

Non-Asbestos Asbestos

% Type

HG1 58

322425747-0058

None DetectedNon-fibrous (Other)2%Cellulose

Glass

3%

95%

White

Fibrous

Homogeneous

Level 1, Unit 1 - White 

heater gasket

HG2 59

322425747-0059

None DetectedNon-fibrous (Other)5%Min. Wool95%Beige

Fibrous

Homogeneous

Level 1, Unit 1 - Beige 

heater gasket

HG2 60

322425747-0060

None DetectedNon-fibrous (Other)5%Min. Wool95%Beige

Fibrous

Homogeneous

Level 1, Unit 1 - Beige 

heater gasket

HG2 61

322425747-0061

None DetectedNon-fibrous (Other)25%Min. Wool75%Beige

Fibrous

Homogeneous

Level 1, Unit 1 - Beige 

heater gasket

Analyst(s)

Nahid Motamedi (69)

Yisely Sanchez (143)

Feng Liang, Laboratory Manager

or Other Approved Signatory

LA Testing maintains liability limited to cost of analysis. Interpretation and use of test results are the responsibility of the client. This report relates only to the samples reported above, and may not be 

reproduced, except in full, without written approval by LA Testing. LA Testing bears no responsibility for sample collection activities or analytical method limitations. The report reflects the samples as 

received. Results are generated from the field sampling data (sampling volumes and areas, locations, etc.) provided by the client on the Chain of Custody. Samples are within quality control criteria 

and met method specifications unless otherwise noted. The above analyses were performed in general compliance with Appendix E to Subpart E of 40 CFR (previously EPA 600/M4-82-020 “Interim 

Method”) but augmented with procedures outlined in the 1993 (”final”) version of the method.  This report must not be used by the client to claim product certification, approval, or endorsement by 

NVLAP, NIST or any agency of the federal government. Non-friable organically bound materials present a problem matrix and therefore LA Testing recommends gravimetric reduction prior to analysis. 

Unless requested by the client, building materials manufactured with multiple layers (i.e. linoleum, wallboard, etc.) are reported as a single sample. Estimation of uncertainty is available on request.

Samples analyzed by LA Testing South Pasadena, CA NVLAP Lab Code 200232-0, CA ELAP 2283

Initial report from: 12/11/2024 17:51:43

Page 17 of 17ASB_PLM_0008_0002 - 2.31 Printed: 12/11/2024  6:19 PM

[ l 



OrderID: 322425747

Page 1 Of 6

CITADEL LOCATION: 

[K]GLENDALE 

Contact Joshua LaPrease 

email jlaprease(!!lotadelehs com 

1725 Victory Bl><l 

Glendale, CA 91201 

Phone (818) 246-2707 

PROJECT NUMBER: 3002.1611.0 

CHAIN OF CUSTODY 

□ D 

PROJECT AND SAMPLE INFORMATION 

PROJECT NAME: 901 Levering Bldg. Study '11 1 
901 Levenr, Avenue Los An eles. CA 90024 U f ◄ 

#322425747 

■CITADEL EHS 

D 

NUMBER OF SAMPLES: G I SAMPLE NUMBERS: (f ( - t, I 
TYPE OF SAMPLES (CIRCLE ONE): AIR TAPE WATER WIPE 

•1B_U_U< ____ !soL ZEFON 
AR.0.CELI. PLATE 

TYPE OF ANALYSIS: 

Asbestos Lead 

Pha,e Contras MJCtt1seopy Flame AIOffllC Absorphon 

IPLM I 
-----

X 

_____ 1st PosrtM Stop 

Poinl Count __ 400 Point Count 1000 Point Coun1 -----
_____ Transm,ss1on Electron Microscopy 

_____ Qua 11at1""!! 

M:u.sn- :)amt> uay 

TURNAROUND TIME (CIRCLE ONE): TAT 12HOURS 

3 DAYS .,!s_o_,._v_s __ 

REPORT RESULTS VIA (CIRCLE ALL THAT APPLY): 

NOTES/COMMENTS: JS METHOD 

TRANSMITTAL RECORD: 

Print Name 

Dale /"2. 

Rehnqu,sne<J By 

Pnnl Name 

Oa1e Time 

me 

2, HOURS '-' HOURS 

b ·IOOAYS OTHER 

PHONE FAX 

OTHER 

sn.c 

1 WEEK 

6-hOur 

WRITTEN 
REPORT 

Pnnl Name 

Note: If relin uisin sam Jes to a lab dro box or a shi er (Fed ex, etc) ou must fill ou1 the Recived b 

LABORATORY INFORMATION: NAME 

DISPOSITION OF SAMPLES: 

TCLP 
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#322425747 
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PROJECT NO.: 3002.1611.0 DATE:! I 1-z.. u b< 12"1 PAGE 

CLIENT: UCLA Caoital ProQrams 

J{f .A 17 - -• 
( 

PROJECT ID: 901 Leverina Buildina Studv f... \ ~ t.., INSPECTOR(S): 1•• yv.,-, ... '"YV OF 

SITE ADDRESS: 901 Leverina Avenue Los Anaeles CA irA024 CSST/CAC NO: , i. '>- 7'5"'3>o ~ CITADEL EHS 

HA TYPE MATERIAL DESCRIPTION BULK SAMPLE LOCATION QUANTITY 
SAMPLE NO. FR._,BLITY 

MATERIAL DAMAGE 

COLOR/TEXTURE/PATTERN MATERIAL TYPE UNIT LEVEL AREA/LOCATION NO, UNITS CONDITION TYPE 
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#322425 7 47 - . .. - - -
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PROJECT NO.: 3002.1611.0 OATE: I , I 1. 0 &' 1,7_ 1'1 PAGE 

CLIENT: UCLA'Capttal Proorams 

\ 1-{"C...( ~;; 

z 
PROJECT 10: 901 Leverino Buildino Studv ~ I J., l INSPECTOR{Sl: V OF 

SITE ADDRESS: 901 LeverinQ Avenue Los Anqeles CA efoo24 CSST/CAC NO: 
- u Z,:1'":)S]u ~ CITADEL EH S 

HA TYPE MATERIAL DESCRIPTION BULK SAMPLE LOCATION QUANTITY 

SAMPLE NO. FRIABLJTY 
MATfRlA.L DAMAGE 

COLOR/TEXTURE/PATTERN MATERIAL TYPE UNIT LEVEL AREA/LOCATION NO. UNITS CONOrflON TVPf 

HANO. 
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HA TYPE MATERIAL DESCRIPTION BULK SAMPLE LOCATION QUANTITY 

SAMPLE NO. ,...-.1Lff'Y 
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PROJECT NO.: 3002.1611 ,0 DATE: I t I 2. c) ~ ) ,., PAGE 

CLIENT: UCLA Caoital Proorams 

Jtf~r'M) 
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PROJECT ID: 901 Leverino Buildino Studv /J 7 J( 1 INSPECTOR($): OF 

SITE ADDRESS: 901 Leverino Avenue Los Anoeles CA 90024 CSST/CAC NO: V ::z_3,-7,)..J0 r CITA~ELEHS 

HA TYPE MATERIAL DESCRIPTION BULK SAMPLE LOCATION QUANTITY 

SAMPLE NO. FRIABU fY 
MATERIAL OAMAOE 

COLOR/TEXTURE/PATTERN MATERIAL TYPE UNIT LEVEL AREA/LOCATION NO, UNITS 
CONOrTION TYPE 

HANO. 

"fuv1 4' J (;,tl}/- ...J.._ 

M I Ydlnw ¼ l-ek"-"'" "-1{" J..f~P-ort,v\, ~ )uJ,h-tl) t' Zl>" )F !VF _i-

'-hf- ~ Lt B<i'C,-, I On:;"""" wnv 15 ~P/a1n'J .,,,; v"'{~,... 

y 'f 'i,)('j {)-t;,:<.,.,.. ',.e,,(lnv-1 tv1◄ ~'t, (,,..AJ: /v,1~) \u)~"""" 
L,1) 

I 

v<,~ Li ) ' ' \( 

...... 5p- lf v - • ¼ . 
\J)'f If 7 (J t.)t---tf!>ro""'1 v·,~1 \ ~ \-4-,I- Pfuw,·.-, Vl'YI +-

5 ~ 0<),1,-, '-'V aJ~ LJ;,_ .--;>,tJ~L 
?- - iZ-0 frv v "'"'I "l! l-/ l) 

" "if 4 Ii l \_ 
5 I 

"'7f" ~ ,, Vh1\. 

5 • -f2.<...':>1T<IU.,,_., l 
I 

111-&P > 0 \.rl\\ )-

l ~/-tt,k "1()/.,,,~ b#-rf'1- V , ._,--

?- - le. ,'\.-4-YU,., JU . 
t11bP ) I ) vi \ I 

v71e, p S" '2.. V.,V,f- J 
I - l 

Fl-1"1 .) J V,i+-

1.. 6~(1('~ r .; f ~ •l f> '-- "}. - L; vi 1j ~ I"'\ Soo 
fc.1"1 5 '-1 t - /2.1()<) v,..., '"2. I -i. 

I 

M ~ < I.A-v I"" 
- c.,lcJ><,f 

j 
1- ' ... 

H~ ~ (., ~.}v- G ,.., J:.t/-
I wh~ VVlit-1 ~ f 

2 21 2023 Version 



O
r
d
e
r
I
D
:
 
3
2
2
4
2
5
7
4
7

P
a
g
e
 
6
 
O
f
 

6

#322425 7 4 7 
- I - a • -- - - - -

• 
0 •L.n ;;:,"'1•11 'Li;; u'"' 1"' r ~··· 

PROJECT NO.: 3002,1611.0 OATE: I ( 1 --z.-. 0 y i?J (. PAGE 

CLIENT : UCLA Capital Proorams - \ 

)~MW 
r 
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J " SITE ADDRESS: 901 Leverlna Avenue Los Anaeles CA 90024 CSST/CAC NO: '2.. >-?f) () ~ CITADEL EH S 

HA TYPE MATERIAL DESCRIPTION BULK SAMPLE LOCATION QUANTITY 

SAMPLE NO. flll--■LrfY 
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COLOR/TEXTURE/PATTERN MATERIAL TYPE UNIT LEVEL AREA/LOCATION NO. UNITS CONOITIOH n,e: 
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