



































































































































Terracon

Metals Analysis of Paints

(AIHA-LAP, LLC Accreditation, Lab ID #101629)

Nik Potenza
145 W. Walnut St.

Carson, CA 90248

Client ID:

Final Report

L1987

Report Number: M260915
Date Received:  06/21/24
Date Analyzed: 06/25/24

Date Printed:

06/25/24

First Reported:  06/25/24

Job ID / Site: LA247382; RCCD Adesu; 6464 33rd St., Jurupa Valley, 92509
Date(s) Collected: 06/19/24

SGSFL Job ID: L1987
Total Samples Submitted: 4
Total Samples Analyzed: 4

Result Reporting Method
Sample Number Lab Number Analyte Result Units Limit* Reference
PB-1 LM271569 Pb 0.009 wt% 0.007 EPA 3050B/7000B
PB-2 LM271570 Pb <0.007 wt% 0.007 EPA 3050B/7000B
PB-3 LM271571 Pb <0.006 wt% 0.006 EPA 3050B/7000B
PB-4 LM271572 Pb <0.007 wt% 0.007 EPA 3050B/7000B

* The Reporting Limit represents the lowest amount of analyte that the laboratory can confidently detect in the sample, and is not a

regulatory level. The Units for the Reporting Limit are the same as the Units for the Final Results.

Usae

Vincent To, Laboratory Supervisor, Carson Laboratory

Analytical results and reports are generated by SGS at the request of and for the exclusive use of the person or entity (client) named on such report. Results, reports or copies
of same will not be released by SGS to any third party without prior written request from client. This report applies only to the sample(s) tested. Supporting laboratory
documentation is available upon request. This report must not be reproduced except in full, unless approved by SGS. The client is solely responsible for the use and
interpretation of test results and reports requested from SGS. SGS is not able to assess the degree of hazard resulting from materials analyzed. SGS reserves the right to
dispose of all samples after a period of thirty (30) days, according to all state and federal guidelines, unless otherwise specified. Any modifications that have been made to
referenced test methods are documented in SGS Standard Operating Procedures Manual. Sample results have not been blank corrected. Quality control and sample receipt
condition were acceptable unless otherwise noted.
Note* Sampling data used in this report was provided by the client as noted on the associated chain of custody form.

Page 1 of 1

20535 South Belshaw Avenue, Carson, CA 90746 | phone: 310.763.2374 / 800.813.9417 Fax: 310.763.4450 | https://falaboratories.sgs.com



M ferracon Lead

Chain of Custody

Southern California Metro
Los Angeles County — Orange County — San Diego County — Inland Empire

Project Name: P'C CU A cl’.p Ok Address: [, U4 3% Sy g TUrVP e Vulley i AL 5049

Project #: LA 2u473§ 2 Sampled By: M\ %4{4’] Ta Sampling Date: (o/ |G | 219

Laboratory: [J EMSL/LA Testing [ EM Lab E’SGS Email Report to: CXChris.Blake@Terracon.com, Mark.Korte@ Terracon.com & Danish.Mansoor(@Terracon.com
[ Other: O David.Block@Terracon.com & Denise. Wallen(@Terracon.com

Turnaround Time: [ 3 Hour [J 6 Hour [J 24 Hour [] 48 Hour m"!l Hour [J | Week  Other:
Analysis: m’ Paint Chips (% by weight and ppm) SW846-70008/7420 FA4 [  Air Sample NIOSH 7082 FA44 [ Air Sample NIOSH 7303 ICP

O Wipes SW846-1311/7000B/7420 FA4 [0 Wipes SW846-6010B/C IcCP [ TCLP M TTLC O STLC O Paint Chips SW846-6010B/C ICP

LD # Color Substrate | | ' ‘S_;mple Location Volnmdw (Intfc:?::i‘:.l':nor)
TTi-1| Browm Canmic Tie |[od A West - (8" Thdecet
L 2l.mey 1 wzxzu| L 1 Seudn
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Z (oncreic (oth Wl A Faib

3 . % e Flosr o £ \&‘aé/ﬁ G Thieee

U | hite We bz bod € Debns Pl foor

Relinquished: Name: N ‘\Q f?O'l'CHZo\, Signature: %{/_{WL Date: (p/ZO/?/H Qéa Q
Received: Name: AJy Cﬂ)](, Le)Jéa]:ﬂn Signature:m %} N Date: /2 {/Z"{ | fam FE
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APPENDIX D

SAMPLE LOCATION DRAWINGS

Facilities | Environmental | Geotechnical | Materials
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6464 33rd St, Jurupa Valley, CA |

Sample Location Drawing

Prepared for: Riverside Community College District
Project: Asbestos and Lead Survey Report

Scale: Not to Scale

Terracon Project Number: LA247382

jferracon

Entire Lot

Exhibit

Adesa
6464 33rd Street
Jurupa Valley, California 92509
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APPENDIX E

LICENSES AND CERTIFICATIONS

Facilities | Environmental | Geotechnical | Materials



State of California
Division of Occupational Safety and Health

Certified Site Surveillance Technician

Name

Certification No. _24-6930

Expires on _44/49/24

This certification was issued by the Division of
Occupational Safety and Health as authorized by
Sections 7180 et seq. of the Business and
Professions Code.




Lt OF
040 & O Ae
A STATE OF CALIFORNIA oy
o) California Department of DEPARTMENT OF PUBLIC HEALTH

PublicHealth

LEAD-RELATED CONSTRUCTION CERTIFICATE

INDIVIDUAL: CERTIFICATE TYPE: NUMBER: EXPIRATION DATE:

Lead Sampling Technician LRC-00009206 9/19/2024

Nikolas Potenza

Disclaimer: This document alone should not be relied upon to confirm certification status. Compare the individual’s photo and name to another valid form of
government issued photo identification. Verify the individual’s certification status by searching for Lead-Related Construction Professionals at

www.cdph.ca.gov/programs/clppb or calling (800) 597-LEAD




STATE OF CALIFORNIA o Gavin Newsom, Governor

DEPARTMENT OF INDUSTRIAL RELATIONS

Division of Occupational Safety and Health-Asbesios Certification

1750 Howe Avenue, Suite 460

Sacramento, CA 95825

(916) 574-2993 Office http://www.dir.ca.gov/dosh/asbestos.html  actu@dir.ca.gov

802076175C 432

Terracon Consuliants, inc. February 09, 2024
Syed Danish Mansoor

9123 Chesapeake Drive

San Diego CA 92123

Dear Certified Asbestos Consultant or Technician:

Enclosed is your certification card. To maintain your certification, you must abide by the rules
printed on the back of the certification card.

Your certification is valid for a period of one year. If you wish to renew your certification, you must apply
for renewal at least 60 days before the expiration date shown on your card. [8 CCR 341.15(h)(1)].

Please hold and do not send copies of your required AHERA refresher renewal certificates to our office
until you apply for renewal of your certification.

Certificates must be kept current if you are actively working as a CAC or CSST. The grace period is only
for those who are not actively working as an asbestos consultant or site surveillance technician.

Please contact our office at the above address or email w any changes in your contact/mailing information
within 15 days of the change.

Sincerely,

% a‘y | Division of Occupational &

Certified Asbestos Consultant

Kevin Graulich
Principal Safety Engineer

Attachment; Certification Card

by Sections 7 Business and

Professians Code. ;

cc: File

Renewal — Card Attached



J\.'/ STATE OF CALIFORNIA
o) California Deparement of DEPARTMENT OF PUBLIC HEALTH

PublicHealth

LEAD-RELATED CONSTRUCTION CERTIFICATE

INDIVIDUAL: CERTIFICATE TYPE: NUMBER: EXPIRATION DATE:

Lead Inspector/Assessor LRC-00003714 10/30/2024

Syed Mansoor

Disclaimer: This document alone should not be relied upon to confirm certification status. Compare the individual’s photo and name to another valid form of
government issued photo identification. Verify the individual’s certification status by searching for Lead-Related Construction Professionals at
www.cdph.ca.gov/programs/clppb or calling (800) 597-LEAD




